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:'Westmont‘ NJ  Piscataway, NJ Carle Place, NY Manha‘tiah‘,-NY Séait\e, WA Ann Arbor, Ml SanMateo, CA Smyma, GA  Greensboro, NC = Houston, X

{509-858-4800  908-981-0550  516-997-7251  212-290-0052  203-233-9007 313-668-6810 415-570-5401  404-333-6066  910-297-1487  713-686-3635
i

Atin.: Barbara Storey

i
|
1
i
i

Ecology & Environment, Inc. e Thursday, May 01, 1997
| 11550 Newcastle Ave. #250 n © F ol - WA
i Baton Rouge, LA 70816 REGD £ -+ Ref Number: TX971473

POLARIZED LIGHT MICROSCOPY (PLM)
i Performed by EPA 600/R-93/116 Method*

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS

SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
| WBS180 GO2A Tan Teased 2% Chrysotile 98% Other
' Non-Fibrous < 1% Crocidolite
: Homogeneous
- WBS180 G03 Tan Teased < 1% Chrysotile 100% Other
' Non-Fibrous

Homogeneous
. WBS332 GOt Tan Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous
| WBS332 G02 Tan Teased None Detected 100% Other
i Non-Fibrous
t Homogeneous
' WBS332 G03 Tan Teased 2% Chrysotile 98% Other
? Non-Fibrous
! Homogeneous
- WBS332 G04 Tan Teased < 1% Chrysotile 100% Other
! Non-Fibrous

Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
. Also, "# of Layers" refers to number of separable subsamples.

i *NY samples aiso analyzed by ELAP 198-1 Method

Carlos D. Salinas proved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, Ml San Mateo, CA
- 09.858-4800 908-981-0550 516-997-7251  212-290-0052  203-233-9007  313-668-6810  415-570-5401 404-333-6066  910-297-1487  713-686-3635

Smyma, GA  Greensboro, NC  Houston. TX

Attn.: Barbara Storey

Ecology & Environment, Inc. Thursday, May 01, 1997
11550 Newcastle Ave. #250

t Baton Rouge, LA 70816 Ref Number: TX971473

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: WESTBANK ASBESTOS

" SAMPLE ASBESTOS NONASBESTOS
; SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
| WBS332 GOS Tan Teased < 1% Chrysotile 100% Other
| Non-Fibrous
i Homogeneous
| WBS755 GOS Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous sampies easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

Carlos D. Salinas proved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 2
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid.

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples,

Analysis performed by EMSL of Houston (NVLAP Air and Buik #102106).
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L

SAMPLE
WBS832G01

! WBS832G02

© WBS832G03

WBS832G04

WBS833G01

WBS833G02

F “-stmont, NJ  Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, Ml San Mateo, CA Smyrna, GA  Greensboro, NC  Houston. X
6‘0-9-858-4800 908-981-0550  516-997-7251 212.290-0052  203-233-9007 313-668-6810  415-570-5401  404-333-6066 910-297-1487  713-686-3635

Attn.: Barbara Storey

Ecology & Environment, Inc. Friday, May 02, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971516

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Teased 4% Chrysotile 96% Other
Non-Fibrous
Homogeneous

Brown Teased 3% Chrysotile 97% Other

Non-Fibrous
Homogeneous

Brown Teased 10% Chrysotile 90% Other
Non-Fibrous
Homogeneous

Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

Brown Teased 15% Chrysotile 85% Other
Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also. "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

Carlos D Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 1
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nar any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid.

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

Analysts performed by EMSL of Houston (NVLAP Air and Bulk #102106)




L sgimont, NJ Piscataway. NJ Carie Place, NY Manha(t;n. NYV' S-é}a(\lé:WA Ann Arbor, ML San Mateo, CA Smyrna, GA  Greensboro, NC - Houston. TX
;59-858-4800 908-981-0550  516-997-7251 212-290-0052 203-233-9007 313-668-6810  415-570-5401 404-333-6066  910-297-1487  713-686-3635

Attn.: Barbara Storey

Ecology & Environment, Inc. Friday, May 02, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971516

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

i Project: 020601RAG1 WESTBANK ASBESTOS

! SAMPLE ASBESTOS NONASBESTOS

SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
| WBS833G03 rown Teased 18% Chrysotile 82% Other
‘ ibrous
; omogeneous
|
| WBSB833G04 rown Teased 12% Chrysotile 88% Other
‘ ibrous

omogeneous
i WBS166G01 an Teased < 1% Chrysotile 100% Other
] Non-Fibrous
i Homogeneous
| WBS166G02 Brown Teased < 1% Chrysotile 100% Other
' Non-Fibrous
Homogeneous
i
|
| WBS166G03 Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
! WBS682G01 Brown Teased < 1% Chrysotile 100% Other

‘ Non-Fibrous
: Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

Carlos D. Salinas proved
Analys? Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 2
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).




!\“estmom. NJ Piscataway, NJ Carle Place, NY Manhénan. NY Seattle, WA Ann Arbor, Ml San Mateo, CA  Smyrna, GA  Greensboro, NC  Houston, TX
.;6‘59-858—4800 908-981-0550 516-997-7251  212-290-0052  203-233-9007  313-668-6810  415-570-5401 404-333-6066  910-297-1487  713-686-3635
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Attn.: Barbara Storey

Ecology & Environment, Inc. Friday, May 02, 1997
| 11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971516

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
E SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
§ WBS682G02 Brown Teased < 1% Chrysotile 100% Other
{ Non-Fibrous
Homogeneaous
;. WBS682G03 Brown Teased < 1% Chrysotile 100% Other
: Non-Fibrous
Homogeneous
! WBSB82G04 Brown - Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

Carlos D. Salinas pproved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 3
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).
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Westmont, NJ  Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, Mi San Mateo, CA Smyrna, GA  Greensboro, NC  Houston, TX
509-858-4800  908-981-0550 516-997-7251  212-290-0052  203-233-9007  313-668-6810 415-570-5401  404-333-6066  910-297-1487  713-686-3635

] Attn.: Barbara Storey

! Ecology & Environment, Inc. Friday, May 02, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX%71517

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

| WBS682G05 Brown Teased None Detected 100% Other

Non-Fibrous
Homogeneous

. WBS682G06 Brown Teased -~ None Detected 100% Other

Non-Fibrous
Homogeneous

. WBSE93G01 Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

WBS693G02 Brown Teased None Detected 100% Other

Non-Fibrous
Homogeneous

WBS693G03 Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

WBS693G04 Brown Teased None Detected 100% Other

Non-Fibrous
Homogeneous

i Also, "# of Layers" refers to number of separable subsampies.

i
3 Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
! -1 Method

N samples also analyzed by ELAP 1

Arthur Hernandez, Jr.

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 1
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid.

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).
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SAMPLE
WBS693G05

WBS693G06

| WBS693G07

WBS672G01

WBS672G02

WBS672G03

}Nes\mont. NJ Piscataway, NJ Carle Place. NY Manhattan, NY  Seattle, WA Ann Arbor, Ml SanMateo, CA Smyrmna, GA  Greensboro, NC  Houston. TX
}509-858»4800 908-981-0550 516-997-7251  242-290-0052  203-233-9007 3136686810  415-570-5401  404-333-8066 910-297-1487  713-686-3635

Arthur Hermandez,
Analyst

Attn.: Barbara Storey

Ecology & Environment, Inc. Friday, May 02, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971517

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

Brown Teased 2% Chrysotile 98% Other

Non-Fibrous
Homogeneous

Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

Brown Teased None Detected 100% Other

Non-Fibrous
Homogeneous

Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 2
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid.

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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N3 ¥ NI  CarlePlace, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, 6A Gr NC X
6098584800 908.8810550 5169977251 2122900052 203-233-9007 3136636810 4155705401 404:333-6066 910-207-1487 713-686.3635
Ecology & Environment, Inc. Friday, May 02, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971522
POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBB1143G01 Brown  Teased i None Detected 100% Other
Non-Fibrous 1 1
Homogeneous “ !
o | |
WBS546G01 Brown  |Teased < 1% Chrysotile 100% Other
Non-Fibrous ! < 1% Crocidolite
Homogeneous ‘
| _ . [ . L
WBS546G02 |Brown Teased 7 None Detected 7 © 100% Other
Non-Fibrous
Homogeneous
L |
WBS546G03 Brown Teased T None Detected 100% Other
| Non-Fibrous
\ Homogeneous {
N S i
WBS546G04 Téggn 'T'Vl'reased 7 7 “ None Detected 100% Other
Non-Fibrous ‘
‘ Homogeneous ‘ i
WBS546G05 Brown  Teased | <1% Chrysotile 100% Other
| Non-Fibrous ‘
'Homogeneous |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D.Salinas
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




NI P NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, Ml San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635

Ecology & Environment, Inc. Friday, May 02, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971522

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS163G04 Brown Teased | <1%Chrysotle 100% Other
Non-Fibrous :
Homogeneous
WwBS421G01 Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous :
| Homogeneous
WwBS421G02 \brown o Teased . < 1% Chrysotile 100% Other
| Non-Fibrous
| Homogeneous “
; . ] i .
\WBS165G06 | Brown  Teased |  2%Chrysotle 98% Other
Non-Fibrous | < 1% Crocidolite
- Homogeneous 1
WBS842G01 | Brown Teased 2% Chrysotile | 98% Other
| Non-Fibrous i < 1% Crocidolite
iHomogeneous
e . 1 I
WBS842G02 'Brown  |Teased | < 1% Chrysotile 100% Other
| Non-Fibrous ;

|Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Eolinos Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




NJ P NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ang Arbor, MI San Mateo, CA Smyrna, GA Gr 0, NC X

609-858-4800 908-981-0550 5169977251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 02, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971522

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS842G03 Brown .§Teased ' < 1% Chrysotile ! 100% Other
! Non-Fibrous !
 Homogeneous
|
WBS842G04 Brown "Teased | 2% Chrysotile 98% Other
Non-Fibrous ‘ ¢ < 1% Crocidolite
Homogeneous
WBS842G05 Brown ;Teased - W <1% Chrysotile ~ , 100% Other
Non-Fibrous } ;
Homogeneous i

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

- 1 <
Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report reiates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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PLM Analysis Worksheet

24 Hour @

|
]
|
i
i

Client: Ecology & Environment, Inc. Logged: 5/1/97 TAT:
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/2/97 9:00 AM
Baton Rouge, LA 70816 T T — i \ T ey
Special Handiing | | Billing Number
Fax: (504) 363 -4732 | [
i TX971522
Project: 020601RAG1 WESTBANK ASBESTOS S } }L S
Appearance T T T [ Treatment | “Asbestos Results I Flbrous " | Non- Flbrous l ‘; o o
| Brown 6. Various 1. Fibrous 1. Homogeneous _|1. Teased 1. Chrysotile 1. Celiulose T Quanz [ :j il |
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous {2 Crushed 2. Amosite 2. Glass 2. Mica hwey .ot
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved  [3. Arthophyilite 3. Min. Wool 3. Gypsum 2 Susigh 2- 1
4. White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate J’ Specily | j
S Red 0. Orangc 5. Actinolite S. Other 5. Matrix v e = e i
UV SO S 6. Crocidoli 6. Wollastonite 6. Perlite e :; o ;
0. None Detected 7. Hair 7. Other 13, Specify 1
———— - - e e - L__—-—-1
] I Fibrous Non- Fubrous #
| Sample |  Location Appearance | Treatment | % ASBESTOS | Type | % | Type Layers .
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PLM Analysis Worksheet -
: TAT: 24 Hour @

Client: Ecology & Environment, Inc. Logged: 5/1/97
Address: 11550 Newcastle Ave. #250 DatefTime Due: 5/2/97 9:00 AM
Baton Rouge, LA 70816 Sy e o e
Special Handling 1 Billing Number
Fax: (504) 363 - 4732
TX871522

|

|
|
|

Project: 020601RAG1 WESTBANK ASBESTOS B

T Appearance Treatment | Asbestos Results ‘[ Fibrous ‘I Non- FIbI’OUS ' { O Sl
TBmw:——ié Various |l, Fibrous I.HomogénTous 1. Teased 1. Chrysotllc I Cellulose  |L. Quartz T | O i",',l,"h ,_1‘
2. Grey 7. Black |2. Non-Fibrous 2. Heterogeneous 2. Crushed 2. Amosite 2. Glass 2. Mica e e
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved  |3. Arthophyilite 3. Min. Wool 3. Gypsum 2. Srsight - 3
4. White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate [’- Specity | |
5. Red 0. Orange 5. Actinolite $. Other 5. Matrix TR i £
A . 1 6. Crocidolite 6. Wollastonite 6. Perlite ey Tro
0. None Detected ] 7“47. Hair 7. Other o ! 3. Specity
N o L ‘ _ Fibrous Non-Fibrous # ‘{
Sample Location Appearance | Treatment %ASBESTOS Type % | Type % |Lavers| B
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Westmont, NJ Piscataway, NJ  Carle Place, N\Y  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609.858-4800 9089810550 516.9977251 2122900052 203.233-9007 3136686810 4155705401 404:333.6066 910297-1487 7136863635
Ecology & Environment, Inc. Monday, May 05, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971545
. POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS335G01 [Tan - ATeasédi‘Wﬁﬁz 1% Chrysotile 100% Other
Non-Fibrous |
Homogeneous |
WBS335G02 Tan ;Teased None Detected 100% Other
Non-Fibrous !
Homogeneous |
WBS099G03 VTran 7 vTeased ~ None Detected 100% Other
Non-Fibrous :
Homogeneous |
1
WBS099G04 ”i'lr'an >Teased - L <% Chrysotile 100% Other
! Non-Fibrous
|Homogeneous
WBS335G03 "Tan TTeésed 7 2%VChrysotiIe 98% Other
Non-Fibrous . < 1% Crocidolite
:Homogeneous ;
R L | -
WBS329GO01 ‘Tan Teased < 1% Chrysotile 100% Other
| Non-Fibrous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

| Homogeneous

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

wel:t;:::::ﬂ] 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 4155705401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, May 05, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971545
" POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS|
‘WBS329G02 Tan | Teased <% Chr&sbﬁié ; 100% Other
| Non-Fibrous ;
Homogeneous \
WBS329G03 [Tan  Teased © <1%Chrysotie | 100% Other
\ Non-Fibrous k
| Homogeneous

_ 8 o I

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. Alt "NVLAP" reports with NVLAP logo must contain at least ane signature to be valid, Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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PLM Analysis Worksheet

Client: Ecology & Environment, inc. Logged: 5/2/97 TAT: 24 Hour

11550 Newcastle Ave. #250 Date/Time Due: 5/5/97 9:00 AM

Address:
Baton Rouge, LA 70816 | - : | -
! Special Handling 1 Billing Number
Fax: (504) 363 - 4732 l L
‘ ‘ 3 TX971545
L
Project: (020601RAG1 WESTBANK ASBESTOS |
e Appearance Treatment [ Asbestos Results { Fibrous " Non-Fibrous J i ® v; lew B
[l Brown 6 Various  |I. Fibrous 1. Homogeneous 1. Teased 1. Chrysotile w. 1. Cellulose L Quanz ‘, B ol T
‘2 Grey 7. Black 2. Non-Fibrous 2. Heterogeneous  |2. Crushed 2. Amosite 2. Glass 2. Mica | | M L
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved  |3. Arthophyilite 3. Min. Wool [3. Gypsum ' i1 Sirght e
| 4 White 9. Blue ‘ 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic |4 Cal. Carbonate 13- Specify
I's Red 0. Orange i S. Actinolite 5. Other . Matrix ! P E
o6, Crocidolite 6. Wollastonite 6. Perlite ‘ b tro
0. None Detected 7. Hair 7. Other : : ) 3. Specify :
o et . r : B
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Wc; tmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
o 3

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, May 06, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971567

| POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS918G01 Tan Teased | <1% Chrysotile 100% Other

\

"Non-Fibrous 1 ‘\

Homogeneous i
S | e

Tan - }Teased
| Non-Fibrous
| Homogeneous

WBS918G02 < 1% Chrysotile 100% Other

‘WBS833G05 |Tan Teased | <1% Chrysotie | 1007 oer
"Non-Fibrous Q

{ Homogeneous ‘ |
| I
,,,ﬁ,Tan \Teasediw - b 1% Chryso?lle 100% Other
‘T Non-Fibrous ‘

Homogeneous 1

‘WBS833G06

WBS833G07 Cfran Teased < 1% Chrysotile 100% Other
1

i
'Non-Fibrous \
‘Homogeneous ‘

ced I

[o-

WBS833G08 Teased | < 1% Chrysotile 100% Other

Non-Fibrous ‘
Homogeneous }

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




w t, NJ NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, May 06, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971567

" POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS833G09 Tan  |Teased ‘ < 1% Chrysotile : 100% Other
Non-Fibrous | | ;
{ Homogeneous 1
'WBS833G10 Ifan  |Teased < 1% Chrysotile ‘ 100% Other
Non-Fibrous
Homogeneous |
! - L
WBS806GO1 Tanm : Teased i < 1%7(73;")7/780ti|e 100% Other
Non-Fibrous i
Homogeneous
WBsS972601 Tan  |Teased | <1% Chrysotile 100% Other
Non-Fibrous |
Homogeneous
|
WBS972G02 Tan  Teased i < 1% Chrysotile 100% Other
Non-Fibrous : |
Homogeneous ‘ ‘
WBS972G03 ‘}ani - yrh'eased o< i%bhfysotile i 100% Other
Non-Fibrous
Homogeneous i

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Zm

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reparts with NVLAP logo must contain at least ane signature to be valid. Laboratory

is not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples.
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- Address:

(‘/F"
Client:

PLM Analysis Worksheet

Ecology & Environment, Inc.

Logged: 5/5/97

TAT: 24 Hour

D

11550 Newcastle Ave. #250 Date/Time Due: 5/6/97 9:.00 AM
Baton Rouge, LA 70816 e e .
! Special Handling | Billing Number
Fax: (504) 363 - 4732 | .
‘ ‘ TX971567
Project: 020601RAG1 WESTBANK ASBESTOS - 2
o ~ " Appearance 7 [ Treatment| Asbestos Resulls 1 Flbrous | Non-Fibrous | R
T Brown 6. Various WI Fibrous "1 Homogeneous |1. Jeased |l Chrysole |1 Cellulose fl-Qulﬂl o ' .
2. Grey 7. Black 2. Non-Fibrous |2 Heterogeneous (2. Crushed  |2. Amosite 2. Glass 12. Mica v K
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved (3. Arthophyilite 3. Min. Wool 13. Gypsum 2 Snght 2
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PLM Analysis Worksheet

Client: Ecology & Environment, Inc. Logged: 5/5/97 TAT: 24 Hour

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/6/97 9:.00 AM
Baton Rouge, LA 70816 T
| SPeCIaI Handling Billing Number
Fax: (504) 363 - 4732 l
'l TX971567
Project: 020601RAG1 WESTBANK ASBESTOS L
T T pppearance Treatment| Asbestos Results I Fibrous | Non-Fibrous ' RS
‘?“Bn’);vn B <i76.7\’/anous T 1. Fnbr;uswri li.dllrcuit\;gér;re;)usi 1:T;3;sed7 RA Chrysoule - 1. Celtulose i1 Quarz : " o
2. Grey 7. Black 2 Non-Fibrous |2 Heterogeneous [2. Crushed |2 Amosite 2. Glass 2. Mica o vl
{3 Tan 8. Silver 3. Other 3. Other 3. Dissolved  |3. Arthophyilite 3. Min. Wool 13 Gypsum 2 suwnight 2
| 4. White 9 Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic i4. Cal. Carbonate it Srety
l 5 Red Orange 5. Actinolite S. Other \S Matrix | ! ? ¥
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iWestmon'z. NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor. MI - San Mateo, CA  Smyma, GA  Greensboro, NC Houston. TX
509-858-4800  908-981-0550 516-997-7251  212-290-0052  203-233-9007  313-668-6810 415-570-5401  4D4-333-6066  910-297-1487  713-686-3635

Attn.: Barbara Storey

Ecology & Environment, Inc. Wednesday, May 07, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971596

: POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS425G01 rown Teased None Detected 100% Other

on-Fibrous
‘ omogeneous

| WBS425G02 rown Teased None Detected 100% Other

on-Fibrous
Homogeneous

. WBS425G03 Brown Teased None Detected 100% Other
i Non-Fibrous

Homogeneous

WBS425G04 Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

WBS340G01 Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

WBS340G02 Brown Teased None Detected 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

i * NY samples also analyzed by ELAP 198-1 Method

Arthur Hernandez, Jr,
Analyst

i
i

proved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. Alt "NVLAP" reports with NVLAP logo must contain at least one signature to be valid.

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).




gWestmont. NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor. Ml San Mateo, CA  Smyma, GA  Greensboro, NC Houston. TX
;60‘9858-4800 908-981-0550  516-997-7251  212-290-0052  203-233-9007  313-668-6810 415-570-5401  404-333-6066  910-297-1487  713-686-3635

|
i
;
i

SAMPLE

| WBS426G01

© WBS426G02

! WBS633G01

. WBS633G02

Atin.: Barbara Storey

Ecology & Environment, Inc. Wednesday, May 07, 1997
11550 Newcastle Ave. #250

Baton Rouge, LA 70816 Ref Number: TX9715%96

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous

Homogeneous

Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous

Homogeneous

Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous

Homogeneous

Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

Arthur Hefnandez, Jr.

Apfproved

Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 2
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

Analysis performed by EMSL of Houston (NVLAP Air and Butk #102106).
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, TX
Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greenshoro, NC Houston,

609-858-4800 - 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 08, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971658

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

T0S
SAMPLE ASBESTOS NONASBES

SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

'WBS419G01 Tan [Teased < 1% Chrysotile ; 100% Other
Non-Fibrous

Homogeneous “

BS419G02 < 1% Chrysotile 100% Other

Tan \Teased ‘
| Non-Fibrous ‘
 Homogeneous 1

WBS177G01 Grey [ Teased 8% Chrysotile | 92% Other
: Fibrous !

Homogeneous ‘

'WBS177G02 |Grey Teased | 15% Chrysotile 85% Other
Fibrous
Homogeneous

[ . - i

WBS177G03 Tan  |Teased ' <1% Chrysotile
Non-Fibrous

Homogeneous

100% Other

WBS177G04 :Tan vTeased - < 1% Chrysotile i 100% Other

|Non-Fibrous
| Homogeneous 1

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D" Sdlinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




r 3 X
Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA G 0, NC

609-853-4800 - 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-663-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 08, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971658

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS177G05 Tarey ~ |Teased | 20%Chrysotie 80% Other
| Fibrous !
Homogeneous
WBS177G06 ITan VﬁTTéased " 2% Chrysotile | 98% Other
' Non-Fibrous ‘ | :
‘ Homogeneous | : \
. L
WBS177G07 [ [Tan Teased | s%Chrysotle | 92% Other
‘ !
Fibrous i
| Homogeneous ‘
i o e
WBS177G08 (Tan  Teased | 12%Chrysotie | 88% Other
| Fibrous < 1% Crocidolite |
! Homogeneous ‘
. i N o
WBS177G09 {Tan Teased ~ 4%Chrysotile | 96% Other
Non-Fibrous
Homogeneous
WBS177G10 ITan  |Teased - 2% Chwéotilé ‘ 98% Other
Non-Fibrous
Homogeneous |
I _ _ Do L

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

605-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 08, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971658

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS949G01 Tan Teased | < 1% Chrysotile 100% Other
‘Non-Fibrous :
|Homogeneous
WBS949G02 Tan Teased < 19 Chrysotile 100% Other
| Non-Fibrous |
i Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Fioor tiles and wipes should be tested with either SEM or TEM. The above test report refates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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PLM Analysis Worksheet ,
Y
Client: Ecology & Environment, Inc. Logged: 5/7/97 TAT: 24 Hour

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/8/97 9:00 AM

Baton Rouge, LA 70816 R

7~
]

H

Specual Handling i1 Biling Number |

Fax: (504) 363 - 4732 i : !

‘ f' TX971658 ]

R |

Project: 020601RAG1 WESTBANK ASBESTOS f ‘[
L,u.,,u_ Appearanoe N “Treatment Asbestos Results | * Fibrous | Non- Flbrous 1{ » LSV
1. Brown 6. Various \!I Fibrous T Homogeneous  |1. “Teased |1 Chrysotile T 1 Cellutose T i Quanz \ R il g
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous  |2. Crushed 2. Amosite 2. Glass 2. Mica oway e o
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved  |3. Arthophyilite 3. Min. Wool 3. Gypsum \ 2 Sn 2- i
4. White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate 1 [ Specit ! |
5. Red 0. Orange 5. Actinolite 5. Other 5. Matrix Ty g
R R _ 6. Crocidolite 6. Wollastonite 6. Perlite \ i v e “
0. None Detected 7. Hair 7. Other ; ) T\ Specity |

N ; l - — fA. P

i - - Fibrous Non-Fibrous | # ‘ 3,,
Sample Location Appearance Treatment % SBESTOS Type | % |Type | % L ayersl B
| R7 g
| )%
A 1

[ 37 /z < /(ZA ! | T

Analyst: m Date: Séé ;é/: 2 Computer: Date:



Client:

Address:

T " Appearance’ TTreatment | Asbestos Results | ~Fibrous | Non-Fibrous |
| p i S et T T e !
[ 1. Brown 6. Vnnous 1. Fibrous IR Homogeneous 9. Teased 1. Chrysmlle 1. Cellulose 1. Quartz i
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous |2. Crushed 2. Amosite 2. Glass 2. Mica
|3. Tan 8. Silver )3‘ Other 3. Other 3. Dissolved  {3. Arthophyilite 3. Min. Wool 3. Gypsum ‘
4, White 9. Blue ' 4. Layers (#) 4. Ashed 4. Tremolite 4, Synthetic 4, Cal. Carbonate
15 Red 0. Orange i 5. Actinolite 5. Other 5. Matrix
16 Crocidolite 6. Wollastonite 6. Perlite
LNgne Detccled 7. Hair 7. Other ' :
Fibrous Non-Fibrous | # |
—-- N S
T sampe [ "~ Location Appearance | Treatment | % ASBESTOS Type | % |Type | % \Layers
_ 0 O dutis S R 3 o hbginitll A Butedi
0/ ! \ 7
| * |
| (707 | S :
N ] \ |
S R |

Analysm Date: S/ / '
ate ﬁé/ 7 Computer:

. (504) 363 - 4732

. 020601RAG1T WESTBANK ASBESTOS

PLM Analysis Worksiieet

Logged: 5/7/97
5/8/97

Ecology & Environment, Inc.

11550 Newcastle Ave. #250 Date/Time Due:

Baton Rouge, LA 70816

\7 Specnal Handhng

TAT: 24 Hour
9:00 AM
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Westmont, NJ Piscataway,NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
estmon A s 8

609-858-4800 908-981-0550 516-997.7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 08, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971660

| POLARIZED LIGHT MiéRostgY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION  APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown

WBS423G01 I Teased | < 1% Chrysotile | 100% Other

Non-Fibrous }
Homogeneous \
\

WBS423G02 [Brown |Teased < 1% Chrysotile 1 100% Other

| Non-Fibrous
| Homogeneous ‘
— S —

'WBS423G03 'Brown ‘T'e'as'ed < 1% Chrysotile ! 100% Other
'Non-Fibrous |
Homogeneous

WBS971G01 'Brown |Teased

Non-Fibrous |
Homogeneous : ‘ ‘

None Detected | 100% Other

]

WBS971G02 " None Detected 100% Other

: Brown iTeased
Non-Fibrous ‘

Homogeneous

;BrownNVhite 7 ‘iTeased” 7 o None Detected 100% Other
Non-Fibrous
Homogeneous s ‘ |

WBS333G01

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Approved
Signatory

Arthur Hernandez, Jr.
Analyst

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




NI P

, NJ Carle Place, NY

609-858-4800 908-981-0550 516-997-7251

SAMPLE

WBS333G02

WBS333G03

WBS333G04

‘WBS333G05

WBS333G06

WBS333G07

Ecology & Environment, Inc.

Manhattan,

NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC
212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487

11550 Newcastle Ave. #250

Baton Rouge, LA 70816

LOCATION

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS

APPEARANCE TREATMENT % TYPE %

| Brown

‘ Bro{l\;n

iTéé;;d ~ None Detected

| Non-Fibrous
. Homogeneous

— L E—

}Ei'éaéied < '1 % Chrysotiile

i Non-Fibrous w
\ Homogeneous

‘ Brown

I Non-Fibrous
|
‘ Homogeneous

.Teased O <1% Chrysotile

| Brown
|

— —

1

'Non-Fibrous
Homogeneous |

S —

| Brown

| Non-Fibrous
Homogeneous

| Brown

Non-Fibrous i
' Homogeneous |

hTeased o None Detectéd

7Teééed ' . None Déteded

7 Teased < 1% Chwébtiie

Ref Number:

Houston, TX
713-686-3635

Thursday, May 08, 1997

TX971660
NONASBESTOS
FIBROUS % NONFIBROUS

100% Other

100% Other

100% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




, TX
Westmont, NJ Piscataway,NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston,

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 08, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971660

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS333G08 ' TBro;/n - ﬁi‘{Teaseid o ‘ 7:1% 6E&soti|e ‘ 100% Other
Non-Fibrous \ i
‘ Homogeneous | :
i I ‘ B -
WBS333G09 7 TBVOW{ 7 B ‘Tease'dﬁﬁ L <1% Chryéotiié ' 100% Other
'Non-Fibrous ‘ ‘
\ Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Aiso, "# of Layers" refers to number of separable subsamples.

An‘hur Hem/nde Jr. Approved
Analyst #

o Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. Alt "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Shipped by:

Airbill Numbfer:

Distribution: White Accompanies Shipment; Pink to Ceoordinator Fieid Files;

EPA 7500-53
(11/794)

Green to Report; Yellow Returns with Warrant

CHAIN OF CUSTZD Y RECGRD TX9 MO
PROJ. NO. PROJECT NAME ‘ VA, 7 7 / ;
. A { - ‘ o // //
@ &gAﬁe L/\)‘st ‘H;LCLJ’/\ L'/ A S LUJ LCD . [N g "/Lﬂ\:;/ ///'/ // ///'/
SAMPLERS (S’ﬂ”“m/ / Z@xnm "Zycc_,\ 57 v)\qr ’ / ’ / /
) / (A (’L @m »1f / . é\§7 S // REMARKS
STA.NO. | DATE TIME o [: STATION LOCAYION Q v / v
38 LSS EPA Tag 3t
05-05| . . : ; ;
5t e e X — X L~ (52 )
sz | | lioso X AL (-0072%2
. i VA : ¢ | .
s o5 1A I S | (@@L 43
Nl 1549 | X L (00 53F5
%%ém 1540 |y/ ] X — £-00 827
e k2o X [ X o052 ¥
gz | | |3 |X X @52y
5] | s 7/ S -0052'19
37500 k4 | X X | DS 25U
o0 S X [ QU825 |
0 Lific e LS [-ADP82% 2.
e | e X X L0938 3
Siigasl | (M5 X L X (-00838Y
Nowal v 133X / X C-00y 2R S l
Relinquished by: (Signature) Date /Time Received by: (Signature) Relmquished by: (Signature) - Date / Time Received by: (Signature} %
0. Al 3 sk /
« (7 _T r_/
Relir:quished by: (Signature) Date /Time |Received by: (Signature} Relinquished by: (Signature) Date / Time Received by: (sfgnarb,&;‘
Relinquished by: (Signature) Date / Time Received&r ahor Date /Time Remarks 1/
{Signature 15.—7 9” l q ZO f'a d ’a

cirvil# 2352235934
6- UBdcu




PLM Analysis Worksheet

Logged: 5/7/97

TAT: 24 Hour

Client: Ecology & Environment, Inc.
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/8/97 9:00 AM
Baton Rouge, LA 70816 T e
Specual Handling l B|ll|ng Number
Fax: (504) 363 - 4732 i | ;
| i
[ \ t TX971660
Project: 020601RAG1 WESTBANK ASBESTOS t l‘ ‘w
i —:ﬂjjf AppeE{airEgE“ N e Treatment "Agtﬁgﬁﬁgh’li{w“ Flbrous ~ | Non-Fibrous | i ® e ]
1. Brown 6. Various 1. Fibrous TI.Homogeneous 1. Teased I.Chf)’saﬁ_lé 1. Celfulose T Quarz T i [ l)j'i ,,..i
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous |2, Crushed 2. Amosite 2. Glass 2. Mica oy i =
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved (3. Arthophyilite 3. Min. Wool 3. Gypsum 3 S \51 |
4 White 9 Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Casbonate 5 Specify [ ‘
5. Red 0. Orange 5. Actinolite S. Other 5. Matrix Lo TR
e o [ S 6. Crocidolit 6. Wollastonite 6. Perlite }; Yer len |
0. None Detected 7. Hair 7. Other | 3 Specity f
- - s Fibrous Non-Fibrous # ) i
E Sample Location | Appearance | Treatment % ASBESTOS Type | Type | % ’Ifayers{ oo
— ; Do e e
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Analyst: 05‘6% % \Computer: Date:




Address:

PLM Analysis VWOIKsiiget

Client: Ecology & Environment, Inc.

11550 Newcastle Ave. #250

Fax:

Logged: 5/7/97
Date/Time Due: 5/8/97

Project:
6. Various
7. Black

(e
8. Silver

}Tﬁ@? o
9. Biue

2. Grey

3. Tan

4. White

5. Red 0. Orange l

TAT: 24 Hour

Baton Rouge, LA 70816 o T T o
Special Handling \ . Billing Number
(504) 363 - 4732 } ? ;
‘l ‘1 TX971660 1
020601RAG1 WESTBANK ASBESTOS ) 7 J ‘1
T pppearance [Treatment | Asbestos Results |  Fibrous T Non-Fibrous | \ R B
777777 WI.-FE“,“; I,Hogoge;ous 1. Teased lfhwwlile Iyiéaluik;rewr [ 6‘“‘7&;4'“77 - ( ir" Ty 1‘) LA
2. Non-Fibrous 2. Heterogeneous  |2. Crushed 2. Amosite 2. Glass 2. Mica [ Wy Y e o
3. Other 3. Other 3. Dissolved  [3. Arthophyilite 3. Min. Wool 3. Gypsum 1 R |
4. Layers (#) 4. Ashed 4, Tremolite 4. Synthetic 4.Cal. Carbonate | Sty & |
5. Actinolite 5. Other 5 Matrix { N
6. Crocidolite 6. Wollastonite 6. Perlite | e oy
9. None Detected o 7. Hair 7. Other ; L l ' 13 Spevify “
- - ﬂj Fibrous Non-Fibrous ‘i # ‘.
Location % ASBESTOS | Type | % |Type | % (-S| i
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, TX
Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston,

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 09, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971661

' POLARIZED LIGHT MICROSCOPY (PLM)

| o

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION  APPEARANCE  TREATMENT % TYPE %  FIBROUS % NONFIBROUS
TSW1 | ey ”"T;ésﬁed' T '60% Chrysotile | 38% Other

ibrous
omogeneous ‘

2% Crocidolite ‘

Teased 2% Chrysotile 98% Other

Po< 1% Crocidolite

WBS891G01

—— L I
WBS334G02 Teased " 2% Chrysotile ? 98% Other
. < 1% Crocidolite

‘WBS418G01 |Teased . < 1% Chrysotile ‘ 100% Other
Non-Fibrous i ‘
Homogeneous ‘ |

WBS418G02 Teased <1% Chrysotile 100% Other
Non-Fibrous | ‘
Homogeneous |

WBS418G03 Tan I Teased | < 1% Chrysotile | 100% Other
Non-Fibrous
Homogeneous !

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

proved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY
CFFICIAL

CHAIN OF CUSTODY F‘.ECOR"’
@gﬁ&.g?, ‘PéQJ:CT NAME N ] ’ ‘ / /,\ 7///
ric) | Wetbank Askestus L owe !
S%MPLERS: }{Signature}” ; /ﬂi . | o r - ( h / )
(e /é"“/“‘”‘ ;&W;aw ) i b, ,“(,ém . / \/ S/ /\. / /' REMARKS
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Relinquished by: (Signature! Date /Time | Received by: (Signature) Relinquished by: /Signature} Date / Time | Received by: (Signature}
a. M(l/u 8S.06-97 |1730
Relinquished by: (Signature) Date / Time | Received by: (Signature) Relingquished by: (Signature) Date / Time | Received by: (Signature)
Relinquished by: (Signature) Date / Time W%}L\X gy(i%te?'[/? —SB Remark‘;‘ld o v 0 & 12 5 g 225 G b\?)
Shipped by: Airbill umber: ' W g/
Distribution: White Accompanies Shipment; Pink to Coordinator Field Files; fo a‘”“mp\“ Flow (mzmm Volume
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PLM Analysis Worksheet

Logged: 5/7/97

TAT: 24 Hour

w1

.t: Ecology & Environment, Inc.
sress: 11550 Newcastle Ave. #250 Date/Time Due: 5/8/97 9.00 AM
Baton Rouge, LA 70816 T T ; : )
Special Handling i Billing Number
Fax: (504) 363 - 4732 1 i
1 TX971661
i
Project: 020601RAG1 WESTBANK ASBESTOS
r, o Appearance ‘ Treatment ‘Asbestos Resultsgiﬁ Fubrous "I Non-Fibrous Bolien
Iv»lrfB;c;wn 6. Various 1. Fibrous I,Homogeﬁeous 1. Teased |1 Chrysatile Tl Celtulose i Quantz i Ve
| 2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous  |2. Crushed 2. Amosite 2. Glass 2 Mica | M v *
13 Tan 8 Silver 3. Other 3. Other 3. Dissolved 3. Arthophyilite 3. Min. Wool 3. Gypsum I 2 Sraeht 2
4. White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate T Speah
5. Red 0. Orange 5. Actinolite S. Other 'S. Matrix ! r E
[ _ - - 6. Crocidolite 6. Wollastonite 16. Perlite ; e Lho
O NoAnc DS‘,C_C(SC,I o 7. Hair 7. Other i A Spects
- o o Fibrous Non-Fibrous . i
;r Sample _ Location Appearance Treatment % ASBESTOS Type % Type ‘; % ‘Layers
| | %m, é 0 7 38 @% “
TSW) o 2 Ve
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Seattle, WA AmAtborMI  SanMateo, A Smyma GA  Greenshoro,NC  Houston, 1X
Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY eal e' PR gt . i
609-858-4800 908.981-0550 516.997.7251 2122900052 203-233:9007 3136686810
Ecology & Environment, Inc. Friday, May 09, 1997
11550 Newcastle Ave. #2350
Baton Rouge, LA 70816 Ref Number: TX971670
' POLARIZED LIGHT MICROSCOPY (PLM)
Project: WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS334G01 ‘rBrowini - 7\Teased - o None Detected 100% Other
| Non-Fibrous !
\ Homogeneous |
‘WBS177G11 'Brown [Teased ~ 30% Chrysotile 70% Other
Fibrous ‘ |
Homogeneous ! |
| I _ .
\WBS177G12 Brown Teased | 30% Chrysotile 70% Other
Fibrous
Homogeneous
WBS177G13 TBArowni - .‘Teased 1 772'%'Chrysotile 98% Other
‘ . Fibrous ‘
| Homogeneous |
3 | - )
WBS177G14 ‘Brown ‘Teased ‘7 i 2%Chrysotlle N 98% Other
i Fibrous ‘
| Homogeneous
WBS177615 |Brown ‘Teased < 1% Chrysotile 100% Other
Non-Fibrous ‘
Homogeneous ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Analyst

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

Approved
Signatory




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 09, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971670

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS177G16 Brown  Jeased | <1%Chrysotile | 100% Other
\Non-Fibrous ! :
| Homogeneous |
WBS177G17 i Brown iTeased 7 " None Detected | ' 100% Other
! Non-Fibrous ‘ ‘
:Homogeneous ‘ :
T o
WBS892G01 | Brown  Teased None Detected 100% Other
Non-Fibrous \ |
‘ Homogeneous | 1
'WBS892G02 | Brown o |Teased " None Detected | 100% Other
‘ Non-Fibrous 3
| Homogeneous | !
- R - L
WBS433G01 E;)wn N  |Teased T None Detected 3 100% Other
‘Non-Fibrous :
l Homogeneous
|
WBS433G02 vBrov-vvr'\' - Tﬁ%é:d - None Detected | 100% Other

| Non-Fibrous %
‘ Homogeneous ;

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur H&rnandez, Jr

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature 1o be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Honston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 09, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971670

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
1WBS433603 ‘ Brown%" B .‘Téagi - ‘ 7 Klone betecfed | 100% Other
| Non-Fibrous | | !
‘ Homogeneous :
| i
WBS433G04 ‘Brown Teased | <1% Chrysotile | 100% Other
| Non-Fibrous ‘ !
'Homogeneous ! |
WBS433G05 | Brown ~ [Teased < 1% Chrysotile 100% Other
Non-Fibrous \
‘Homogeneous ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, J

Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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OFFICIAL
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Client:
Address:

Fax:

; !
Project: WESTBANK ASBESTOS | :
Appearance Treatment [ Asbestos Results Fibrous Non-Fibrous | ! L
A tohihtehtet OO Ehvlsihauhutsindt Hfh it hshbasiihlideihatub S SR . ! i
i 1. Brown 6. Various 1. Fibrous 1. Homogeneous  |1. Teased 1. Chrysotile 1. Cellulose 1. Quartz | e B
‘ 2 Grey 7. Black 2. Non-Fibrous 2. Heterogeneous (2. Crushed 2. Amosite 2. Glass 2. Mica ‘ " ey M ’, L8
| 3. Tan 8. Silver 3. Other 3. Other 3. Dissolved  |3. Arthophyilite 3. Min. Wool 3. Gypsum 12 Straigh iz
4 White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4, Cal. Carbonate | 1Y Specify i
| 5. Red 0. Orange ; 5. Actinolite S. Other 5. Matrix | v I
S [N S — 6. Crocidoli 6. Wollastonite 6. Perlite i [ Mo
0. None Detected 7. Hair 7. Other i . 13, Specify
—_ e + - t_ -
. . I |
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e B SN | }
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Analyst:

PLM Analysis Worksheet

Ecology & Environment, Inc.

11550 Newcastle Ave. #250
Baton Rouge, LA 70816

(504) 363 - 4732

Date/Time Due:

Logged: 5/8/97

[

S

5/9/97

Special Handling I

9:00 AM

TAT: 24 Hour

|
|
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!
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Billing Number
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PLM Analysis Worksheet t):

Client: Ecology & Environment, Inc. Logged: 5/8/97 TAT: 24 Hour
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/9/97 9:00 AM
Baton Rouge, LA 70816 e o e S - -
Special Handling | « Billing Number

Fax: (504) 363 -4732 -
| TXe71670

Project: WESTBANK ASBESTOS

[ Appearance Treatment Asbestos | Results Flbrous Non-Fibrous i o 8
1. Brown 6. Various ]l Fibrous 1 Homogeneous 1. Teased 1. Chrysotile 771 Cellulose T Quarz . Lt
2. Grey 7. Black |2. Non-Fibrous |2, Heterogeneous (2. Crushed  |2. Amosite 2. Glass 2. Mica : [ h.
|3. Tan 8. Silver 3. Other 3. Other 3. Dissolved 3. Arthophyilite 3. Min. Wool 3. Gypsum . |2 Swaight 2-
"4, White 9 Blue j 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate i Spewts ‘
15 Red 0. Orange i 5. Actinolite 5. Other 5. Matrix . ' v ‘ E
| e 6. Crocidolite 6. Wollastonite 6. Perlite ! {; Ny S
0. None Detected 7. Hair 7. Other : P 3 Specify
—— . s S
Fibrous Non-Fibrous | #

| sample | Location A_Bga_rwai{:é"ﬁéat}}\EEMWBZJXSéESTdéi | Type | % | Type { % (anyers
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Analyst: OS’S? ~1 7 Computer: Date:




..‘kv’\lestmontv NJ Piscataway. NJ Carle Place, NY Manhattan, NY
212-290-0052

09-858-4800

SAMPLE
WBS439G01

| WBS439G02

WBS439G03

WBS438G01

WBS429G01

WBS429G02

908-881-0550

516-997-7251

Atin.: Barbara Storey
Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

LOCATION

Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA  Greensboro, NC Houston, TX
203-233-9007

313-668-6810

415-570-5401  404-333-6066

Tuesday, May 13, 1997

910-297-1487  713-686-3635

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

APPEARANCE

Brown

Fibrous
Homogeneous

Brown
Non-Fibrous
Homogeneous

Brown
Non-Fibrous
Homogeneous

Brown

Non-Fibrous
Homogeneous

Brown

Non-Fibrous
Homogeneous

Brown
Non-Fibrous
Homogeneous

SAMPLE
TREATMENT

Teased

Teased

Teased

Teased

Teased

Teased

Ref Number: TX971698
ASBESTOS NONASBESTOS
% TYPE % FIBROUS % NONFIBROUS

2% Chrysotile

< 1% Chrysotile

None Detected

< 1% Chrysotile

None Detected

< 1% Chrysotile

98% Other

100% Other

100% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

Arthur Hernandez, J¢
Analyst

Apfproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot
be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 1
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid.
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).



509-858-4800

SAMPLE

" WBS547G01

| WBS547G02

. WBS547G03

WBS547G04

WBS547G05

WBS547G06

‘Nestmont. NJ Piscataway, NJ Carle Place, NY Manhattan, NY  Seattle. WA Ann Arbor. Ml San Mateo, CA
908-981-0550

516-997-7251  212-290-0052  203-233-9007  313-668-6810

Attn.: Barbara Storey
Ecology & Environment, inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

415-570-5401

Smyrna, GA Greensboro, NC  Houston, TX
404-333-6066

910-297-1487

Tuesday, May 13, 1997

Ref Number:

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE

LOCATION

APPEARANCE

Brown Teased
Fibrous

Homogeneous

Brown Teased
Non-Fibrous

Homogeneous

Tan Teased
Non-Fibrous

Homogeneous

Tan Teased
Non-Fibrous

Homogeneous

Tan Teased
Non-Fibrous

Homogeneous

Tan Teased
Non-Fibrous

Homogeneous

TREATMENT

ASBESTOS

% TYPE %

2% Chrysotile

< 1% Chrysotile

2% Chrysotile

< 1% Crocidolite

< 1% Chrysotile

< 1% Chrysotile

< 1% Chrysotile

713-686-3635

TX971698
NONASBESTOS
FIBROUS % NONFIBROUS

98% Other

100% Other

98% Other

100% Other

100% Other

100% Other

Comments: For alf obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

Carlos D. Salinas

Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot
be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 2
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).



B

F\lestmom. NJ Piscataway, NJ Carle Place, NY Manhattan, NY  Seattle, WA Ann Arbor, Mi San Mateo, CA  Smyrna, GA  Greensboro, NC  Houston. TX
!609-858—4800 908-981 '-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 41 5-570-5401 404-333-6066  910-297-1487  713-686-3635
H

Atin.: Barbara Storey

Ecology & Environment, Inc. Tuesday, May 13, 1997
; 11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971698

POLARIZED LIGHT MICROSCOPY (PLM)
i Performed by EPA 600/R-93/116 Method*

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

. WBS436G01 Tan Teased 3% Chrysotile 97% Other
Non-Fibrous
! Homogeneous
WBS436G02 Tan Teased 5% Chrysotile 95% Other
i Non-Fibrous < 1% Crocidolite

Homogeneous
. WBS824G01 Tan Teased 2% Chrysotile 98% Other
; Non-Fibrous
i Homogeneous
i
WBS824G02 Tan Teased 2% Chrysotile 98% Other
! Non-Fibrous

Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

* NY samples also analyzed by ELAP 198-1 Method

r

; Carlos D. Salinas pbroved
; Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot

be guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report 3
may only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid.

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

5 Ii ’ﬁ Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106).
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Westmont, NJ
609-858-4800

SAMPLE
WBS954G01

WBS323G01

WBS323G02

WBS323G03

wWBS323G04

WBS323G05

Piscataway, NJ
908-981-0550

Manhattan, NY
212-290-0052

Carle Place, NY
516-997-7251

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Seattle, WA
203-233-9007

Ann Arbor, MI
3136686810

San Mateo, CA
415-570-5401

Smyrna, GA
404-333-6066

Thursday, May 15, 1997

Ref Number:

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

LOCATION

Non-Fibrous
Homogeneous

| Brown
Non-Fibrous
| Homogeneous

SAMPLE
TREATMENT

Teased

‘Teased

| Homogeneous

| Brown
Non-Fibrous
| Homogeneous

} Brown
| Fibrous
‘Homogeneous

Brown

Fibrous
'Homogeneous

Carlos D. Satinas
Analyst

Teased

jTeased

‘Teased

ASBESTOS
% TYPE %

7 ‘ None Detected

2% Chrysotile

| 10% Chrysotile
' < 1% Crocidolite

5% Chrysotile
< 1% Crocidolite

8% Chrysotile
< 1% Crocidolite

15% Chrysotile
< 1% Crocidolite

Greenshoro, NC
910-297-1487

Houston, TX
713-686-3635

TX971748
NONASBESTOS
FIBROUS % NONFIBROUS
100% Other
98% Other

90% Other

95% Other

92% Other

85% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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PLM Analysis Worksheet

Client: Ecology & Environment, Inc. Logged: 5/13/97 TAT: 24 Hour
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/14/97 9:00 AM
Baton Rouge, LA 70816
Special Handiing Billing Number
Fax. (504) 363 - 4732
TX971748
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous Non-Fibrous ! B
1. Brown 6. Various 1. Fibrous 1. Homogeneous | 1. Teased 1. Chrysotile 1. Cellulose 1. Quartz } He
2. Grey 7. Black 2.Non-Fibrous | 2. Heterogeneous | 2. Crushed | 2. Amosite 2. Glass 2. Mica ey L, S
3.Tan 8. Silver 3. Other 3. Other 3. Dissolved | 3. Arthophyilite 3. Min. Wool 3. Gypsum 2. Straight 2
4. White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate 3 spectly
5. Red 0. Orange 5. Actinolite 5. Other 5. Matrix T
6. Crocidolite 6. Wollastonite 6. Petlite o) u -
0. None Detected 7. Hair 7. Other 270
Fibrous Non-Fibrous #
Sample Location Appearance | Treatment % ASBESTOS Type % Type % Layers
/ | B
Wgsy /D 7 (@ ”

qo |

W32,
Go)

7178

WRE323

70

l
Goz ]‘ oL AT
RT3 | LUy, S Lfe L
6653 7 ( é,/vci</ré :: :

(AR 323

, (.m,,@/ 7 ik
o . | /ny ZM TeE T
WRE3ZD [ L 2 e

Date:




NI NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensbore, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 15, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971750

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS456G01 Brown ‘Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
WBS175G08 Brown Teased | 3% Chrysotile ’ 97% Other
Fibrous |
Homogeneous
WBS175G09 Brown Teased 2% Chrysotile 98% Other
Fibrous ‘
Homogeneous \
WBS175G10 Brown Teased ' 2%Chrysotle 98% Other
Fibrous : < 1% Crocidolite
Homogeneous
WBS175G11  Brown Teased - 2% Chrysoile 98% Other
| Fibrous | < 1% Crocidolite
| Homogeneous :
WBS175G12  Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
'Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Approved
Signatory

ernandez,
Analyst

Arthur

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ
609-858-4800

SAMPLE
WBS175G13

WBS175G14

WBS175G15

WBS175G16

WBS175G17

WBS175G18

Piscataway, NJ
908-981-0550

Manhattan, NY
212-290-0052

Carle Place, NY
516-997-7251

Ecology & Environment, inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Seattle, WA
203-233-9007

Ann Arbor, MI
313-663-6810

San Mateo, CA
415-570-5401

Greenshoro, NG
910-297-1487

Smyrna, GA
404-333-6066

Thursday, May 15, 1997

Ref Number:

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

LOCATION

APPEARANCE

| Brown
| Fibrous
Homogeneous

1

Brown

| Fibrous
| Homogeneous

‘Brown
Non-Fibrous
Homogeneous

Non-Fibrous
‘ Homogeneous

| Brown
| Non-Fibrous
Homogeneous

Lo

‘ Brown
| Non-Fibrous
| Homogeneous

SAMPLE

TREATMENT

Teased

ETeased

Teased

Teased

Teased

<% Chrysotile

< 1% Chrysotile

ASBESTOS

% TYPE %

5% Chrysotile

2% Chrysotile

< 1% Chrysotile

< 1% Chrysotile

Houston, TX
713-686-3635

TX971750
NONASBESTOS
FIBROUS % NONFIBROUS

95% Other

98% Other

100% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, J

Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ
609-858-4800

Piscataway, NJ
908-981-0550

Carle Place, NY
516-997-7251

Manhattan, NY
212-290-0052

Ecology & Environment, inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

SAMPLE
WBS342G01

WBS342G02

WBS342G03

WBS342G04

WBS385G01

WBS385G02

LOCATION

Seattle, WA
203-233-9007

Ann Arbor, MI
313-668-6810

San Mateo, CA
415-570-5401

Smyrna, GA
404-333-6066

Thursday, May 15, 1997

Ref Number:

Greenshoro, NC
910-297-1487

" POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

APPEARANCE

Brown
.Non-Fibrous
| Homogeneous

| Brown

Non-Fibrous
Homogeneous

'Brown
| Non-Fibrous
[ Homogeneous

| Brown
.Non-Fibrous
'"Homogeneous

| Brown
'Non-Fibrous
iHomogeneous

| Brown
Non-Fibrous
| Homogeneous

’Teased

< 1% Chrysotile

%

SAMPLE ASBESTOS
TREATMENT % TYPE
?T;ased < 1% Eﬁwsotile
|

:Teased None Detecfed
ﬁ';,ésed - None Detected
Teaséd N None Detectéd '
7Téased < 1% Chrysotile

Houston, TX
713-686-3635

TX971750
NONASBESTOS
FIBROUS % NONFIBROUS

100% Other

100% Other

100% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez,
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 4
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 15, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971750

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS175G19 Brown ITeased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
WBS175G20 Brown  |Teased 2% Chrysoiiie ‘ 98% Other
Fibrous
Homogeneous
WBS175G21 Brown |Teased ' None Detected 100% Other
i Non-Fibrous
| Homogeneous
WBS175G22  Brown ' Teased "~ 1 < 1% Chrysotile ‘ 100% Other
| Non-Fibrous
i Homogeneous
WBS175G23 ' Brown |Teased ~ <1%Chrysotile 100% Other
‘ Non-Fibrous *
' Homogeneous
WBS458G01 | Brown ITeased 3% Chrysotile 95% Other
‘Fibrous ‘ 2% Crocidolite

i Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Approved
Signatory

Arthur Hernandez, Jr.
Analyst

Disclaimers: PLM has been known tc miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Client: Ecology & Environment, Inc.
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/14/97
Baton Rouge, LA 70816 ;
g Special Handling
Fax: (504) 363 - 4732 :
Project: 020601RAGt WESTBANK ASBESTOS [
Appearance o Treatment Asbestos Results Fibrous
:l, Brown o 6. Various ‘l Fibrous o TI Homogcneous 1 Teased | Chrysoulc I Cellulose -
2 Grey 7. Black 12. Non-Fibrous 2. Heterogeneous |2, Crushed 2 Amosite 2. Glass
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved (3. Arthophyilite 3. Min. Wool
| 4. White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic
5. Red 0. Orange ; i $. Actinolite 5. Other
L _i,, [ S, 46. Crocidolite 6. Wollastonite
\.0. None Detected 7 H_ai“r__ o
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PLM Analysis Worksheet

Logged: 5/13/97

Special Handling

Client: Ecology & Environment, Inc.
Address: 11550 Newcastie Ave. #250 Date/Time Due: 5/14/97
Baton Rouge, LA 70816 v
Fax: (504) 363 - 4732
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance 1 Treatment| Asbestos Results |  Fibrous
1 Brown 6. Various l Fibrous i. Homogeneous |1. Teased {' Chrysotile ' 1. Cellulose
. 2. Grey 7. Black 2 Non-Fibrous  i2. Heterogeneous 2. Crushed 2. Amosite 2. Glass
3. Tan 8. Silver 3 Other |3 Other 3. Dissolved ]3 Arthophyilite 3. Min. Wool
4. White 9. Blue 4. Layers (#) \4 Ashed 4. Tremolite 4. Synthetic
!5, Red 0. Orange i S. Actinolite S. Other
_ U S — i . __I6. Crocidolite 6. Wollastonite
0. None Detected 7. Hair
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PLM Analysis Worksheet (&

Client: Ecology & Environment, Inc. Logged: 5/13/97 TAT: 24 Hour

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/14/97 9:00 AM
Baton Rouge, LA 70816

|
i
| Special Handling Billing Number
Fax: (504) 363 - 4732 |
! TX971750
i
Project: 020601RAG1 WESTBANK ASBESTOS 1
Appearance | Treatment ] Asbestos Results | Fibrous Non-Fibrous T
1. Brown 6. Various i1. Fibrous ‘l Homogeneous 1 Teased II, Chrysotile 1. Cellulose 1. Quartz e
12. Grey 7. Black 2. Non-Fibrous  |2. Heterogeneous 2. Crushed |2 Amosite 2. Glass 2. Mica e
;3. Tan 8 Silver i3. Other |3. Other \3 Dissolved  |3. Arthophyilite 3. Min. Wool 13. Gypsum 1 Stracght
4. White 9 Blue |4. Layers (#) JA Ashed 4. Tremolite 4. Synthetic 14. Cal. Carbonate ¥ Specify
5. Red 0. Orange l | 5. Actinolite 5. Other i5. Matrix v
e - - - A . . |6 Crocidolite 6. Wollastonite 6. Perlite . ‘\‘ e
0. None Detected 7. Hair 7. Other . Specs
- : ——
i Fibrous \ Non- Flbrous :

‘Sample ~ Location JAppgarance lTreatm{ant[ % ASBESTOS, | Type | % ‘Type i Layers
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NI P NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 16, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971749

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS175G24 Brown Teased " 2% Chrysotile 98% Other
: Fibrous : < 1% Crocidolite
{Homogeneous
WBS175G25 ‘Brown Teased 2% Chrysotile 98% Other
| Fibrous
Homogeneous \
WBS175G26 | Brown Teased | 2% Chrysotile 98% Other
‘Fibrous j < 1% Crocidolite ‘
Homogeneous
WBS175G27 [Brown  |Teased < 1% Chrysotile 100% Other
‘Non-Fibrous
Homogeneous
WBS175G28 \ Brown : .Teased ‘ 2% Chrysotile 98% Other
| Fibrous < 1% Crocidolite
‘Homogeneous
WBS175G29 ‘Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous ‘
'Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez,

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway,NJ  CarlePlace, NY  Manhattan, NY Seattie, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 16, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971749

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS175G30 Brown Teased . 3% Chrysotile 97% Other
Fibrous
Homogeneous
WBS175G31 Brown Teased ‘ "< 1% Chrysotile 100% Other
Non-Fibrous ‘
Homogeneous
WBS175G32 | Brown Teased < 1% Chrysotile 100% Other
| Non-Fibrous
Homogeneous
S — —— S— .
WBS175G33 Brown |Teased < 1% Chrysotile : 100% Other
Non-Fibrous ‘ < 1% Amosite
Homogeneous
WBS629G01 ‘Brown Teased < 1% Chrysotile 100% Other
| Non-Fibrous
{Homogeneous
WBS337G01 |Brown  Teased < 1% Chrysotile 100% Other

| Non-Fibrous
 Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Approved
Signatory

Carlos D. Salinas
Analyst

Disciaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




anh: NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
Westmont, NJ Piscataway,N]  CarlePlace, NY  Manhattan, oy . i - I
609.858-4300 9089810550 5169977251 212:290-0052 2032339007 3136686810
Ecology & Environment, Inc. Friday, May 16, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971749
POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS337G02 Brown Teased < 1% Chrysotile 100% Other
| Non-Fibrous < 1% Crocidolite
3 Homogeneous
WBS337G03 Brown [Teased 2% Chrysotile 98% Other
i Non-Fibrous < 1% Crocidolite
i Homogeneous
WBS337G04 |Brown Teased < 1% Chrysotile 100% Other
: Non-Fibrous
:Homogeneous
WBS337G05 ‘Brown Teased 2% Chrysotile 98% Other
| Non-Fibrous < 1% Crocidolite
‘Homogeneous
WBS337G06 | Brown Teased < 1% Chrysotile 100% Other
‘Non-Fibrous
Homogeneous
WBS337G07 |Brown [Teased < 1% Chrysotile 100% Other
Non-Fibrous :
IHomogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL.. The above test must not be used by the client to ¢claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




, TX
Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattie, WA Ann Arbor, MI San Mateo, CA Smyrna, 6A Greensboro, NC Houston, T

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, inc. Friday, May 16, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971749

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS337G08 Brown " |Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
WBS339G01 Brown Teased < 1% Chrystile 100% Other
Non-Fibrous ‘
Homogeneous
WBS339G02 \Bavni ‘Teased o Ti "~ None Detected 100% Other
| Non-Fibrous | ‘
- Homogeneous
WBS339G03 (Brown Teased . 2% Chrysotile 98% Other
| Non-Fibrous |
Homogeneous
WBS383G01 ‘Brown  |Teased _ < 1% Chrysotile ‘ 100% Other
{Non-Fibrous I < 1% Crocidolite
| Homogeneous | |
WBS383G02 ‘Brown Teased < 1% Chrysotile B 100% Other
Non-Fibrous < 1% Crocidolite
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Sdlinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 4
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL

CHAIN OF CUSTODY RECORD

TX 921399

PROJ. NO. PROJECT NAME
020601281 | Westhank Achsas bog NO.
SAMPLERS: (Signature) aw 0 %M oF /
- - / —c—
MA&V\M CON- , REMARKS
. o | @ TAINERS \/ /
) = < . /
STA.NO. | DATE | TIME 8 g STATION LOCATION ; 1/ / FVA '[7_3 o
T ennlox | I | X o0/
LS ot Y ‘ | X r L0005
ward BRI SR ¢ L-co8lot
0 3‘173’ 4] X |- | b-008007
s|“e EREN \ 7< [-00P(0 %
(WS ITS . .
f"Gchl’ jo. ¢ 1 \ 2 L-go¥/ed
ED [0.59 Y | X L-008l/0
ATy : 2 : .
| | oS L X 4-00 9111
]| syl L X b-c0% 117
‘N%t—) i { .
) (051, N \ | o082
WES( |
d Wézﬁj D L X (o=CQ31 1Y
5 .
\6@‘0"7 \SLO /< . [ )( n’m%%
L LSS L X 1p-00%387
“@%g | 530X NN (-00] 233
- wpsi / f N ’ i _
3 A [FHIX RENES IR
?nquished tV% Date /Time | Received by: (Signature; Relinquisned by: (Signacurs) Date / Time Received by: (Signature)
LA e, U// oo O 12-34 1500
\W Relinquished by: (Signature/ Date / Time Received by (Sipratn-e) Ralinauisned D (Signacure! Cate / Time Received by: (Signature}
| el RS
Relinquished by: {Signaturs) Date / Time Receivec for Lacuritors oy | Catz /Time | Remarks A\ ) o

1{Sgrature;

i
i
H

T
!
i
|
I
|

shipped by: Fe AT ¢

| Airbill Numton
‘

%
QA SA23557 (-

Distribution: White Accompanies Shizment; Fink to Coardinater Fiela Filas,
Green to Repart; Yeilow Returrs aith Warrant

EPA 7500-53
(11/0R)

18))
[}
C
(€]
Qo
Gy
F




OFFICIAL
CHAIN OF CUSTODY RECORD

PROJ. NO. PROJECT NAME /
187 (Kol W 1Sthant Agbec;bs ) Y, ﬁ
SAMPLERS: (Signature . s
W((Z: (’?;\AQ @h% /M %ko CON- v REMARKS
07~ A . (é TAINERS
STA.NO. | DATE | TIME 5 < STATION LOCA Q\/ L'p/}‘rjﬂxl’—
W2 R a1 | _ L X (, ~00%310
U IS |_1X (o —0051C
weed | | lissol X L_1x VRS
918l L 11sSS X L_1x U —QORI(T
o2 ) LSl X L% L2~ 001
METEE] | S X N (-0819
e L uD L L% (-00R10
] i RS Y ) 0Ol
vt VTN [ L 0055 ]
\% Z.,;L{é/
S
| R
N ~_

Flzpuished by: (Signature) Date / Time | Received by: (Signazurs) Relinguished by: (Signature) 1I Date / Time | Received by: (Signature)

MMPZ“Z/ alin iy

s L
Relinquished by: (Signature) Date /Time |Received by (Signatu. 2 Felirauihed by (Signature) Date / Time Received %
; :)\\X ot \
VN

Relinquished by: (Signatura) Date /Time |Raceived ‘cr Laboratcry oy ' Calz 'Ti:"!e s Ramarks
i {Signature!
Shipped by: i Airbill Nump=r: ; _Q
T dEx 22 :55 SRIPS—
Distribution: White Accompanies Shipmer:: Pirk to Cacrding:c- “eld ris:
Green to Report; Yailow feturns with ‘Ao P
EPA 7500-53 6- 153136
W

(11/96)



PLM Analysis Worksheet w

Client: Ecology & Environment, Inc. Logged: 5/13/97 TAT: 24 Hour

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/14/97 9:00 AM
Baton Rouge, LA 70816 :

‘ Special Handling - Billing Number
Fax: (504) 363 - 4732 |
] TX971749
Project: 020601RAG1 WESTBANK ASBESTOS ]
- ' Appearance o o Treatment Asbestos Results | Fibrous . Non-Fibrous o
1 Brown 6. Various I Fibrous |1 Homogeneous |1, Teased |l Chrysotile i. Cellulose 1. Quarz e
-2 Grey 7. Black ‘2. Non-Fibrous 2. Heterogeneous |2, Crushed 2. Amosite 2. Glass 2. Mica M
'3 Tan 8. Silver ‘3. Other 3. Other 3. Dissolved 3. Arthophyilite 3. Min. Wool 3. Gypsum ht
| 4. White 9. Blue 4. Layers (4) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate i} Speuity
5. Red 0. Orange : 5. Actinolite 5. Other 15. Matrix : 4 P
. . S S _ ...16. Crocidolite 6. Wollastonite 6. Pertite i B9oY Yo
J.O,,F?"ebﬂfied,, R 7 Hair 17 Othcr o 5
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PLM Analysis Worksheet QZJ
TAT: 24 Hour

Client: Ecology & Environment, Inc. Logged: 5/13/97

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/14/97 9:00 AM
Baton Rouge, LA 70816 | -

‘ i
| Special Handling Billing Number
Fax: (504) 363 -4732 { ‘
| TX971749
Project: 020601RAG1 WESTBANK ASBESTOS [
o o oo - ¥ r . 1 .
Appearance \ Treatment| Asbestos Resuits ' Fibrous i Non-Fibrous o
"1 Brown 6 Various 11 Fibrous " If Homogencous 1. Teased |} Chrysotite 1. Cellulose i1 Quartz e
2 Grey 7. Black i2. Non-Fibrous 12. Heterogeneous  12. Crushed 2. Amosite 2. Glass 2. Mica I \\“ 1
"3 Tan 8. Silver 3. Other |3. Other 3. Dissolved (3. Arthophyilite 3. Min. Wool 13. Gypsum 2 Simgh 1-
4. White 9. Blue 4. Layers (#) |4 Ashed 4. Tremolite 4 Synthetic /4 Cal. Carbonate b Speaty
'S Red 0. Orange } 5. Actinotite 5. Other |$. Matrix 3
A ; ,\ . 16. Crocidolite 6. Wollastonite 6. Perlite P ;
10. None Detected 7. Hair }7. Other " 3 :p‘c‘\vf\
,e . s (7. Other . et
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" Sample lr.orcieti:oin Appearance ITreatment( ) %ASBESTOS | Type | % | Type L%
1
|
\

g LRAIS N mq\\ q\g \\m“\ Chswitse |
g3z ;\ L

\ f | |
AT P
WRRI7S 0 O N\ \&“& (% |
(?33 ‘ } . \! \ LJGL\ b\\_ <l\ 1:
N
I 40) -

)\Q\_\\\\TX\\QT f N\ \63{ e [
- A\Pe

\&\\‘;\%‘\K\i Wb

Nlbrg i T B .
| Lo T TR
[ 7 78

| Camlcia
»5417 <uz Q@

“é{? 27 e

</Z;, 0

7
AnalyMDate: 5:4?%7 Computer: Date:




PLM Analysis Worksheet - 3
Client: Ecology & Environment, Inc. Logged: 5/13/97 TAT: 24 Hour \_)

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/14/97 9:00 AM
Baton Rouge, LA 70816 ;

Special Handling Billing Number
Fax: (504) 363 - 4732
TX971749
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance \Treatment] Asbestos Results ! Fibrous j Non-Fibrous
1. Brown 6. Various ‘1. Fibsous Bl Homogencous 1. Teased i1. Chrysotite 1. Cellulose i1 Quanz
2 Grey 7. Black 2. Non-Fibrous 2. Heterogeneous J2 Crushed 2. Amosite 2. Glass 12. Mica . )
-3 Tan 8. Silver 3. Other 3. Other i3. Dissolved  {3. Arthophyilite 3. Min. Wool i3. Gypsum 2 Sirmght 2
4. White 9. Blue ‘4. Layers (#) ‘4, Ashed 4. Tremolite 4. Synthetic i4. Cal. Carbonate * Speals
5. Red 0. Orange i I 5. Actinolite 5. Other 5. Matrix
_ 6. Crocidolite 6. Wollastonite ‘6 Perlite oy Yo
%0. None Detected 7. Hair 7. Other ' Y Spectfs
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Sample . Location | | Appearance | Treatment ESTOS | Type | % Type g Layers
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 16, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971780

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS956G01 Brown ITeased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
WBS956G02 Brown :Teased | < 1% Chrysotile 100% Other
| Non-Fibrous
| Homogeneous
WBS956G03  Brown |Teased ' None Detected 100% Other
| Non-Fibrous
Homogeneous
WBS959G04 Brown Teased | 2% Chrysotile 98% Other
| Non-Fibrous < 1% Crocidolite
Homogeneous
WBS267G02 Brown Teased < 1% Chrysotile 100% Other
‘Non-Fibrous
Homogeneous
WBS380G01 ‘Brown Teased . 2% Chrysotile 98% Other

| Non-Fibrous
| Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. SO'HI’\ S

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




NI NJ  CarlePiace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, 6A Greensboro, NC Honston, TX
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635

Ecology & Environment, inc. Friday, May 16, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971780

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS380G02 “Brown  ITeased 2% Chrysotile 98% Other
'Non-Fibrous i < 1% Crocidolite
|Homogeneous
WBS380G03 ‘Brown Teased None Detected 100% Other
I Non-Fibrous
iHomogeneous
WBS381G03 'Brown ITeased 5% Chrysotile 95% Other
Non-Fibrous < 1% Crocidolite

Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




PLM Analysis Worksheet _
Client: Ecology & Environment, Inc. Logged: 5/15/97 TAT: 24 Hour @

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/16/97 9:00 AM
Baton Rouge, LA 70816 L

Special Handling Billing Number
Fax: (504) 363 -4732
TX971780
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance I Treatment | Asbestos Results Fibrous Non-Fibrous !
1. Brown 6. Various 1. Fibrous il HomOgeneous 1. Teased s Chrysotile ll.Ccllulosc ‘1. Quartz ' T hgh
;2. Grey 7. Black 2 Non-Fibrous  |2. Heterogencous (2 Crushed |2 Amosite 2. Glass 2. Mica N
3. Tan 8 Silver 3. Other i3. Other :3. Dissolved IJ Arthophyilite 3. Min. Wool 3. Gypsum 2 Steanght
4. White 9. Blue 4. Layers (#} ‘4 Ashed 4. Tremolite 4. Synthetic 14, Cal. Carbonate * opealy
5. Red 0. Orange . \5 Actinolite 5. Other 5. Matrix " E
. S _ NI _l6. Crocidolite 16. Wollastonite 6. Perlite N K
0. None Detected [7 Hair 7. Other . 3 speals
Fibrous  ° Non-Fibrous #

~ Sample - chait_xﬂv: _Appearance : Treatment | "V%ESTOS "Type % Type %
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Ecology & Environment, Inc.

11550 Newcastle Ave. #250

PLM Analysis Worksheet

Baton Rouge, LA 70816 -

(504) 363 - 4732

020601RAG1 WESTBANK ASBESTOS

Client:
Address:
Fax:
Project:
1. Brown 6. Various
2 Grey 7. Black
3. Tan 8. Silver
4. White 9. Blue
5. Red 0. Orange
Sample

WRERG)
Go's

Analyst

Appearance i Treatment [ Asbestos Results
1. Fibrous ‘1. Homogeneous 1. Teased . Chrysoule
2. Non-Fibrous i2. Heterogeneous J2_ Crushed ’2 Amosite
3. Other '3. Other 3. Dissolved 3. Arthophyilile
4. Layers (#) 'a. Ashed 4. Tremolite
'5. Actinolite

i

6. Crocidolite
|0. None Detected

Locatlgrl - Appearance \Treatment ] %%
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Date: Computer:

ot
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Date/Time Due: 5/16/97
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TAT: 24 Hour

9:00 AM

Billing Number

TX971780
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1 Cclluloscr l Quanz ) .‘ e
2 Glass 2. Mica D 0
i3, Min. Wool 3. Gypsum 2 Suaghs 2.
4. Synthetic 4. Cal. Carbonate A ety
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7. Hair :7. Other » 3 e
Fibrous  Non-Fibrous #
"Type | % Type % Layers
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Westmont, NJ
609-858-4800

SAMPLE
WBS175G34

WBS175G35

WBS175G36

WBS175G37

WwBS175G38

WBS175G39

Piscataway, NJ
908-981-0650

Manhattan, NY
212-290-0052

Carle Place, NY
516-997-7251

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Seattle, WA
203-233-9007

Ann Arbor, MI
313-668-6810

Greenshoro, NC
910-297-1487

Smyrna, GA
404-333-6066

San Mateo, CA
415-570-5401

Monday, May 19, 1997

Ref Number:

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

LOCATION

APPEARANCE

Tan

Non-Fibrous
Homogeneous

Tan

Non-Fibrous
Homogeneous

Tan

| Non-Fibrous
| Homogeneous

| Tan

Non-Fibrous
iHomogeneous

| Tan
‘ Non-Fibrous
Homogeneous

! Tan
Non-Fibrous
| Homogeneous

SAMPLE
TREATMENT

ﬁ'eased
\ Teased
| Teased
i

‘Teased

Teased

Teased

ASBESTOS
% TYPE %

< 1% Chrysotile

< 1% Chrysotile

2% Chrysotile

None Detected

< 1% Chrysotile

None Detected

Houston, TX
713-686-3635

TX971762
NONASBESTOS
FIBROUS % NONFIBROUS

100% Other

100% Other

98% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos

. Salinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greensboro, NC ;!gx;:x::;
609-858-4300 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 -
Ecology & Environment, Inc. Monday, May 19, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971762

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS175G40 Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous |
Homogeneous
WBS175G41 Tan "Teased . < 1% Chrysotile 100% Other
| Non-Fibrous
| Homogeneous
WBS175G42 Tan .iTeaséd 2% Chrysotile 98% Other
Non-Fibrous : . < 1% Crocidolite
| Homogeneous
WBS175G43 han |Teased <1% Chrysotile 100% Other
| Non-Fibrous
|Homogeneous
WBS175G44 |Tan Teased None Detected 100% Other
‘ Non-Fibrous
‘Homogeneous
WBS175G45 Tan Teased < 1% Chrysotile 100% Other

Non-Fibrous
‘Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved

Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples.




Westmont, NJ
609-858-4800

SAMPLE
WBS175G46

WBS175G47

WBS175G48

WBS175G49

WBS435G01

WBS628G01

Piscataway, NJ
908-981-0550

Manhattan, NY
212-290-0052

Carle Place, NY
516-997-7251

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Seattle, WA
203-233-9007

Ann Arbor, MI
313-668-6810

Greenshoro, NC
910-297-1487

Smyrna, GA
404-333-6066

San Mateo, CA
415570-5401

Monday, May 19, 1997

Ref Number:

" POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

APPEARANCE

LOCATION

Tan

Non-Fibrous
Homogeneous

Fibrous
Homogeneous

Tan

Non-Fibrous
Homogeneous

Brown

Fibrous
Homogeneous

Brown

Non-Fibrous
‘Homogeneous

SAMPLE

TREATMENT

iTeased

|Teased

Teased

iTeased

_L

‘Teased

‘Teased

ASBESTOS
% TYPE %

< 1% Chrysotile
< 1% Crocidolite

< 1% Chrysotile

10% Chrysotile
2% Crocidolite

< 1% Chrysotile

2% Chrysotile
< 1% Crocidolite

< 1% Chrysotile

Houston, TX
713-686-3635

TX971762

NONASBESTOS
FIBROUS %

NONFIBROUS

100% Other

100% Other

88% Other

100% Other

98% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez,

Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with sither SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
est s h

609-858-4800 908-981-0550 5169977251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, May 19, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971762

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS959G01 Brown ITeased None Detected 100% Other
!Non-Fibrous
|Homogeneous
WBS969G02 |Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous | - < 1% Crocidolite
| Homogeneous :
WBS959G03 Brown 'Teased None Detected 100% Other
| Non-Fibrous
.Homogeneous
WBS175G50 \Brc;wn 7 VvirTeased C<1% Chrysotile 100% Other
.Non-Fibrous 3
' Homogeneous
WBS175G51 | Brown/White Teased 5% Chrysotile 95% Other
| Fibrous
 Homogeneous
WBS175G52 - Brown Teased . 3% Chrysotile 97% Other
| Fibrous :
‘Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable sybsamples.

Arthuf Hernandez/Jr

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




NJ N]  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-663-6810 415-570-5401 404-333-6066 910-297-1487 713-886-3635
Ecology & Environment, Inc. Monday, May 19, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971762

- POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS175G53 .Brown 'Teased 2% Chrysotile 98% Other
‘Fibrous
|Homogeneous
WBS175G54 | Brown " Teased 3% Chrysotile 97% Other
Fibrous
|Homogeneous
'WBS175G55 Brown/White |Teased 5% Chrysotile 95% Other
| Fibrous ‘
Homogeneous
WBS687G01 |Brown Teased - < 1% Chrysotile 100% Other
''Non-Fibrous
;Homogeneous
WBS687G02 \ Brown Teased 2% Chrysotile 98% Other
| Fibrous ; < 1% Crocidolite ‘
"Homogeneous
WBS687G03 ‘Brown Teased 2% Chrysotile 98% Other

| Fibrous
'Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, J

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipss should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP” reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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PLM Analysis Worksheet

.

™~

D

Client: Ecology & Environment, Inc. Logged: 5/14/97 TAT: 24 Hour
Address: 11550 Newcastle Ave. #250 Date/Time Due:  5/15/97 9.00 AM
Baton Rouge, LA 70816
Special Handling Billing Number
Fax. (504) 363 - 4732
TX971762
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous Non-Fibrous ! Rl B
1. Brown 6. Various 1. Fibrous 1. Homogeneous | 1. Teased 1. Chrysotile 1. Cellulose 1. Quartz v il
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous | 2. Crushed 2. Amosite 2. Glass 2. Mica wary ' s
3.Tan 8. Silver 3. Other 3. Other 3. Dissotved | 3. Arthophyilite 3. Min. Wool 3. Gypsum 2 Srugt 2
4. White 9. Blue 4. Layers (#) 4. Ashed 4. Tremolite 4. Synthetic 4.Cal. Carbonate 3 Speaty
5. Red 0. Orange $. Actinolite 5. Other 5. Matrix T
6. Crocidolite 6. Wollastonite 6. Pettite Iy g
0. None Detected 7. Hair 7. Other PO
Fibrous Non-Fibrous #
Sample Location | Appearance | Treatment | % ASBESTOS Type | % | Type | % |-'S
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PLM Analysis Worksheet Q_Z,/

Client: Ecology & Environment, inc. Logged: 5/14/97 TAT: 24 Hour
Address: 11550 Newcastle Ave. #250 Date/Time Due:  5/15/97 9:00 AM
Baton Rouge, LA 70816
Special Handling Billing Number
Fax: (504) 363 - 4732
TX971762
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous Non-Fibrous ' Bl P
1. Brown 6. Various 1. Fibrous 1. Homogeneous | 1. Teased 1. Chrysotile 1. Cellulose 1. Quartz o
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous | 2. Crushed 2. Amosite 2. Glass 2. Mica ' w_,“ e 8
3. Tan 8. Silver 3. Other 3. Other 3. Dissolved | 3. Arthophyilite 3. Min. Wool 3. Gypsum 2 Sraight 2.
4. White 9. Blue 4. Layers (¥) 4. Ashed 4. Tremolite 4. Synthetic 4. Cal. Carbonate 3 Speaty
5. Red 0. Orange $. Actinolite . Other 5. Matrix _
6. Crocidolite 6. Wollastonite 6. Perlite ) Ny - £
0. None Detected 7. Hair 7. Other 2P0
Fibrous Non-Fibrous #
Sample Location Appearance | Treatment % ASBESTOS Type % | Type Layers
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PLM Analysis Worksheet
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Client: Ecology & Environment, Inc.
Address: 11550 Newcastle Ave. #250
Baton Rouge, LA 70816
Fax: (504) 363 - 4732
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance
‘. I.VBrown 6. Various H Fibrous h\lr Hohogenwus
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3. Tan 8. Silver '3 Other |3. Other
4. White 9. Blue 14. Layers (#)
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Billing Number

TX971762

Layers
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Logged: 5/14/97 TAT: 24 Hour
Date/Time Due: 5/15/97 9:00 AM
i .
t Special Handling
|
|
\Treatment Asbestos Resuits Fibrous ‘ Non-Fibrous
1. Teased i Chrysonle 1. Cellulose i1 Quartz )
2. Crushed |2. Amosite 2. Glass |2. Mica
3. Dissolved 13- Arthophyilite 3 Min. Wool 13 Gypsum
\4 Ashed 4. Tremolite 4. Synthetic ‘4 Cal. Carbonate
; 5. Actinolite 5. Other 5. Matrix
,J _._ ..___|6.Crocidolite 6. Wollastonite 16. Perlite
0. None De’ec(cflr 7 7. Hair ‘7 Other
Fibrous | Non- F|brous
Treatment % ASBESTOS Txpe oo Type
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PLM Analysis Worksheet @

Client: Ecology & Environment, Inc. Logged: 5/14/97 TAT: 24 Hour

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/15/97 9:00 AM

Baton Rouge, LA 70816

| Special Handling Billing Number
Fax: (504) 363 -4732 i
| ; TX971762
‘ ‘
Project: 020601RAG1 WESTBANK ASBESTOS i
Appearance S ITreatment l Asbestos Resuits ‘: Fibrous * Non-Fibrous ot
1. Brown 6. Various 1. Fibrous ;‘I.Homogeneous i1. Teased Il Chrysoule 1. Cellulose 1. Quartz . e
2. Grey 7. Black 2 Non-Fibrous |2. Heterogeneous 12. Crushed 2. Amosite 2. Glass i2. Mica .“.\‘“ ' *
3. Tan 8. Silver 3. Other |3. Other 3. Dissolved U Arthophyilite 3. Min. Wool 13. Gypsum 2 Suaight .
4, White 9. Blue 4. Layers (#) 4. Ashed {4. Tremolite 4 Synthetic |4. Cal. Carbonate ¥ Specify
5. Red 0 Orange i } Is_ Actinolite 5. Other i5. Matrix 3 [
. _ |6 Crocidolite 6. Wollastonite 16. Perlite BN Lro
gO None Dgleclgdi ) 7. Hair o i7. Other o Y Specif
) o - B ~ Fibrous 1 Non-Fibrous ¥
Sample Loca}ion J'i\ppearance 1Treatment¥ %ASBESTOS | Type | % lType L% Layers
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W N P

SAMPLE
WBS428G01

WBS1007G01

WBS1007G02

WBS1007G03

WBS924G01

WBS924G02

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

- POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

LOCATION

APPEARANCE

Brown
Fibrous
Homogeneous

Brown
Non-Fibrous
Homogeneous

Brown

Non-Fibrous
Homogeneous

Brown

Non-Fibrous
Homogeneous

| Brown
 Non-Fibrous
| Homogeneous

. Brown
| Non-Fibrous
Homogeneous

NJ  Carle Place, NY Manhattan, NY Seattle, WA
609-858-4300 908-981-0550 516-997-7251 212-290-0052 203-233-9007

REC'D MAY 2 3 1997 Monday, May 19, 1997

TX971817

SAMPLE
TREATMENT

{Teased

Teased

iTeased

Teased

3 Teased

Teased

Ann Arbor, MI
313-668-6810

San Mateo, CA Smyrna, GA
415-570-5401 404-333-6066

Ref Number:

ASBESTOS
% TYPE

2% Chrysotile

< 1% Chrysotile

None Detected

< 1% Chrysotile

None Detected

None Detected

Houstog, TX
713-686-3635

NONASBESTOS
FIBROUS % NONFIBROUS

98% Other

100% Other

100% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, “# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.

Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

e P o 415-570-5401 404-333-6066 910-297-1487 713-686-3635

609-858-4800 908-981-0550 5169977251 212:290-0052 203-233-9007 313-668-6810

Ecology & Environment, Inc. Monday, May 19, 1997

11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX?71817

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
e -»Brown Teased < 1% Chrysotile 100% Other
i Non-Fibrous ‘

 Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Approved
Signatory

Arthur Herfiandez, Jr.
Analyst

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
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PLM Analysis Worksheet

Client: Ecology & Environment, Inc. Logged: 5/16/97 TAT: 24 Hour

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/19/97 9:00 AM
Baton Rouge, LA 70816 ;

Special Handling Billing Number
Fax: (504) 363 - 4732
TX971817
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance ‘LTreatmentl Asbestos Results ‘ Fibrous ' Non-Fibrous Rt P
1 1. Brown 6. Various 1. Fibrous T1. Homogeneous  {1. Teased 1. Chrysotile ) 1. Cellulose {1 Quartz O e
.2 Grey 7. Black 2 Non-Fibrous |2 Heterogeneous  |2. Crushed 2. Amosite 2. Glass 2. Mica . ot
"3 Tan 8. Silver i3. Other \3 Other 3. Dissolved |3 Arthophyilite 3. Min. Wool 13. Gypsum 2 Strnight 1
' 4 White 9 Blue ' |4. Layers (#) 4. Ashed |4. Tremolite 4. Synthetic l4. Cal. Carbonate ! Spech
5 Red 0. Orange | 1 |S. Actinolite 5. Other 15, Matrix 4 ¥
. : l6 Crocidolite 6. Wollastonite 6. Perlite oy Yo
i0. None Detected 7. Hair 7 Olhcr ‘ Y Specits
Fibrous Non-Fibrous #

Sample Location \Appearance Treatmentl % ASBESTOS Mype o , LAYETS

N - A Q\\xg\w\\g N Q\&“L el )
Go\ ‘ = N (O N ! .

e
-
z
w

WHESH\SS T N -Q‘“\SQ\\\QL N \QSbM% S |

GO ‘ ‘
ESEN I SN o ‘

GOx o | ‘

. | 5 \ ‘ | i ! ‘ ép\—' E
‘ ' ? e ‘ ! ! _ {

WBSAY N _: } N M \Qg"’-o ! IR -

7\Q\m v\m\\\g ’11\@\; [/.S\‘f/«& [®

| ' M S

wes Y |
|

N N RS« N

GG \ | o | | |
etk N Q“\‘\“\&“\*\& N\ \wak vt e |
'D\ 1 \ L\%\§ : , \ M \ S
-

&CE BN

B

‘ ‘
|
- i ! ) . i 1 i B\_
| \ : 1 ; : ' l IR B
[ 8 ! i X
| | | . |
: | | ‘ M s
’ -1
! t | .
! P r

OS”’ ?H?’)Computer: Date:




W NJ N}  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609-858-4800 ‘sms-ssm;so 5169977251 212290-0052 203-233-9007 3136686810 4155705401 404:333-6066 910.297-1487 713-686:3635
Ecology & Environment, Inc. Wednesday, May 21, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971834
- POLARIZED LIGHT MICROSCOPY (PLM)
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS316 GO Y\Brown o {Teased < 1% Chrysotile 100% Other
| Non-Fibrous
iHomogeneous
! ‘} |
WBS316 G02 |Brown Teased 2% Chrysotile 98% Other
i Non-Fibrous } < 1% Crocidolite
;Homogeneous
WBS316 G03 IBrown \Téésed 1 <1% Chrysotile 100% Other
| Non-Fibrous i < 1% Crocidolite
; Homogeneous
WBS316 G4 'Brown Teased 2% Chrysotile 98% Other
| Non-Fibrous < 1% Crocidolite
-Homogeneous
WBB050 GOt \(;r;y 7 ryTeaserdn None Detected < 1% Cellulose 100% Other
'Non-Fibrous |
iHomogeneous
WBS459 601 ‘Brown Teased < 1% Chrysotile 100% Other
| Non-Fibrous ; < 1% Crocidolite
|

Homogeneous :
|

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Safina
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Smyrna, GA ,
taway, NJ o, WA Ann Arbor, MI San Mateo, CA h Greensboro, NC Houston, TX
Westmont, NJ Piscataway, Carle Place, NY Manhattan, NY Seattl

609-858-4800 908-981-0550 5169977251 212-290-0052 203-233-9007 313-668-6810 415:570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, May 21, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971834

" POLARIZED LIGHT MICROSCOPY (PLM)

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS459 G02 | Brown Teased None Detected 100% Other
Non-Fibrous
Homogeneous
WBS437 G01 ' Brown  Teased < 1% Chrysotile 100% Other
| Non-Fibrous ‘ < 1% Crocidolite
iHomogeneous
WBS437 G02 \Brown Teased 2% Chrysotile 98% Other
Non-Fibrous < 1% Crocidolite
|Homogeneous
WBS388 GO1 ‘ Brown Teased 2% Chrysotile 98% Other
'Non-Fibrous < 1% Crocidolite
Homogeneous
WBS388 GO2 Brown ‘Teased < 1% Chrysotile 100% Other
Non-Fibrous < 1% Crocidolite
‘Homogeneous
WBS388 G03 Brown ‘Teased < 1% Chrysotile 100% Other
!Non-Fibrous < 1% Crocidolite

Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Client:

11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Address:

PLM Analysis Worksheet

Ecology & Environment, Inc.

TAT: 24 Hour Q

Billing Number

Logged: 5/19/97

54897

Date/Time Due: 9:00 AM

Special Handling

Fax: (504) 363 -4732
TX971834
Project:
Appearance | Treatment Asbestos Results - Fibrous Non-Fibrous

|. Brown 6 Various ‘1. Fibrous 0. Homogeneous ‘1 Teased i1, Chrysotile ll Cellulose I Quartz
2 Grey 7. Black 2 Non-Fibrous 2. Heterogencous  [2. Crushed 12 Amosite P Glass 2. Mica | W |
3, Tan 8. Silver 3. Other 3. Other 3. Dissolved 3. Arthophyilite 3. Min. Wool 3. Gypsum 2 Sumght 1
4 White 9. Bluc ‘4. Layers (#) 4. Ashed '4. Tremolite 4. Synthetic 4. Cal Carbonale } Specthy
5. Red 0 Orange ! i$. Actinolite S. Other 5. Matrix

:6. Crocidolite 6. Wollastonite 6. Perlite

'0. None Detected 7 H air 7 ()\h cr

S , Fibrous Non-Fibrous #
" Sample Location Appearance 1 Treatment % ASBESTOS Type %  Type % Layers
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PLM Analysis Worksheet Q

Client: Ecology & Environment, Inc. Logged: 5/19/97 TAT. 24 Hour

Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/19/97 9:00 AM
Baton Rouge, LA 70816 ‘
Special Handling Billing Number
Fax: (504)363-4732
TX971834
Project:
L Appearance Treatment Asbestos Results ' Fibrous Non-Fibrous A
1. Brown 6. Various .1. Fibrous l Homog encous ‘1 Teased T Chrysol ile 1. Cellutose 1. Quartz . e
2. Grey 7. Black 2 Non-Fibrous 2. Heterogeneous 2. Crushed 2. Amosite 2. Glass 2. Mica .
3. Tan 8. Siiver 3. Other 3. Other i3. Dissoived '3, Arthophyilite 3. Min. Wool 3. Gypsum 2 Steandu
4, White 9. Blue i4. Layers (#) 4 Ashed 4, Tremolite 4. Synthetic 4. Cal Carbonate ¥ Speity
5. Red 0. Orange i5. Actinolite 5. Other 5. Matrix
PR .6. Crocidolite 6. Wollastonite 6. Perlite
0 Nonc Dcteeted 7. Hair 7 Othcr
7 Fibrous Non-Fibrous #
Sample Location Appearance Treatment % ASBESTOS Type % Typ ~Type o  -AYErs
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[

PLM Analysis Worksheet

Logged: 5/19/97

TAT: 24 Hour

9:00 AM

Special Handling

) W38 ’

Analyst:

Ciient: Ecology & Environment, Inc.
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/19/97
Baton Rouge, LA 70816
Fax: (504) 363 - 4732
Project:
Appearance " Treatment | Asbestos Results Fibrous
1. Bréwn " 6 Various 7 Ml Fibmu; T ;rHonloger;wus 7 l1fTearasedr ll.VChwsélile T 1. Cellulose
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneous 2. Crushed :2. Amosite 2. Glass
3. Tan 8. Silver 3. Other 13. Other '3. Dissolved 3. Arthophyilite 3. Min. Wool
4. White 9. Blue 14, Layers (#) i4. Ashed 4. Tremolite 4. Synthetic
5. Red . Oranye 1 : 15, Actinolite 5. Other
_ . . 6. Crocidolite {6. Wollastonite
:0. None Detected ‘7‘ Hair
) o ] ) Fibrous
Sample Location ' Appearance | Treatment | % ASBESTOS " Type © %

2
G073 )

S S
G0y i

Date: S, }///7 Computer:

Non-Fibrous
1. Quartz
2. Mica
3. Gypsum
4. Cal. Carbanate
5. Matrix
6, Perlite

7. Other

Non-Fiégéus -

Typg %

778

Billing Number
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Westmont, NJ Piscataway,NJ  Carle Place, NY  Mauhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, May 21, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971878

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS319G01 Brown ‘Teased < 1% Chrysotile 100% Other
Non-Fibrous < 1% Crocidolite
Homogeneous
WBS307G01 Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous : < 1% Crocidolite
Homogeneous
WBS386G01 Brown ITeased 3% Chrysotile 97% Other
Non-Fibrous ; < 1% Chrysotile
Homogeneous
WBS387G01 Brown Teased None Detected 100% Other

Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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PLM Analysis Worksheet

Client: Ecology & Environment, inc. Logged: 5/20/97 TAT: 24 Hour
Address. 11550 Newcastle Ave. #250 Date/Time Due: 5/21/97 9:00 AM
Baton Rouge, LA 70816
Special Handling Billing Number
Fax: (504) 363 - 4732
TXG71878
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance | Treatment ! Asbestos Results Fibrous Non-Fibrous A
"1 Brown 6. Various }. Fibrous ) Homroger;c(;ousr 1. Teased il Chrysotile 1. Celiulose 1. Quartz e
2 Grey 7. Black 2. Non-Fibrous 2. Heterogeneous 2. Crushed ~ 12. Amosite 2. Glass 2. Mica | \\m“ 1 *
3 Tan 8. Silver 3. Other 3. Other 3. Dissolved ‘3. Arthophyilite 3. Min. Wool 3. Gypsum pRY! :
4. White 9. Blue 4. Layers (#) 4. Ashed 14, Tremolite 4. Synthetic 4. Cal. Carbonale e
5 Red 0. Orange ‘5. Actinolite iS5 Other 5. Matrix " !
6. Crocidolite |6, Wollastonite 6. Perlite o y o
0. None Detected l7 {'i§ir ) ‘7 Oli\c_l_ ) : + Speatts
‘ o v _ Fibrous Non-Fibrous #
“Sample  Location . Appearance | Treatment . % ASBESTOS Type = %  Type o, Layers
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Westmont, NJ  Plscataway,NJ  CarlePlaco,NY  Manhattam, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609.858-4800 9089810550 5169977251 2122900052 203.233-9007 3136636810 4155705401 404:333-6066 910-297-1487 7136863635
Ecology & Environment, Inc. Thursday, May 22, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971907
" POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBBO13PILE Bl 5rown  Teased < 1% Chrysotile 100% Other
' Non-Fibrous !
Homogeneous
WBS752G01 | Brown Teased 2% Chrysotile 98% Other
 Non-Fibrous i < 1% Crocidolite
Homogeneous
WBS752G02 Brown Teased < 1% Chrysotile 100% Other
} Non-Fibrous
| Homogeneous
WBS762G03 | Brown ITeased < 1% Chrysotile 100% Other
I Non-Fibrous :
Homogeneous
WBS913GOT Brown Teased 2% Chrysotile 98% Other
Non-Fibrous 1 < 1% Crocidolite
.Heterogeneous
WBS913G02 Brown Teased 2% Chrysotile 98% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

pranra

Carlos D. Salinas

Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-280-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. ~ Thursday, May 22, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971907

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS913G03 'Brown ' |Teased j 2% Chrysotile 98% Other
| Non-Fibrous ‘ < 1% Crocidolite

Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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PLM Analysis Worksheet

TAT: 24 Hour

9:00 AM

Special Handling

Client: Ecology & Environment, Inc. Logged: 5/21/97
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/22/97
Baton Rouge, LA 70816
Fax: (504) 363 - 4732
Project: 020601RAG1 WESTBANK ASBESTOS
Appearance fTreatment Asbestos Resulits Fibrous
"1 Brown 6. Various ‘1. Fibrous i Homogeneous 1 Teased i1. Chrysotile 1. Cellulose
: 2. Grey 7. Black 2. Non-Fibrous LZ Heterogeneous \2 Crushed |2. Amosite 2. Glass
'3 Tan 8. Silver 3. Other 3. Other |3. Dissolved ;3. Arthophyilite 3. Min Wool
4. White 9. Blue 4. Layers (#) {4. Ashed 4. Tremolite 4. Synthetic
5. Red 0, Orange : |5. Actinolite 5. Other
o | _.16. Crocidolite 6. Wollastonite
‘0. None Detected 7 .lj;j\ir
Fibrous
Sample Location
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18 San Mateo, CA Smyma, GA  Greensboro, O HOUStOR, TX
Westmont, .iJ riscataway, NJ  Carle Place, NY  Manhattan, NY Seattle, WA Ann Arbor, MI

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136686810 4155705401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, May 23, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971924

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS781G01  Brown " Teased . < 1% Chrysotile 100% Other
| Non-Fibrous
Homogeneous
WBS781G02  Brown iTeased None Detected 100% Other
:Non-Fibrous
'Homogeneous
WBS781G03 Brown Teased < 1% Chrysotile 100% Other
i Non-Fibrous
| Homogeneous
!
WBS781G04 |Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous < 1% Crocidolite
Homogeneous
WBS315G01 ‘Brown Teased < 1% Chrysotile 100% Other
'Non-Fibrous ‘
-Homogeneous
WBS315G02 Brown Teased < 1% Chrysotile 100% Other

Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

c=s .

Arthur Hernandez, Jr. pproved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples.




Westniont, NJ Piscataway NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 5169977251 2122900052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, inc. Friday, May 23, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971924

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS315G03 | Brown Teased < 1% Chrysotile 100% Other
' Non-Fibrous
Homogeneous
WBS434G01 \Brown Teased 2% Chrysotile 98% Other
Fibrous < 1% Crocidolite
Homogeneous
WBS434G02 ‘Brown Teased ' < 1% Chrysotile 100% Other
| Non-Fibrous
Homogeneous
WBS451G01 'Brown ‘Teased 3% Chrysotile 97% Other
i Fibrous
| Homogeneous
WBS451G02 Brown/White |Teased 4% Chrysotile 96% Other
‘Fibrous
‘Homogeneous
WBS913G04 :Brown iTeased 2% Chrysotile 98% Other

Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




3
NJ NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NG Wouston, TX
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635

Ecology & Environment, Inc. Friday, May 23, 1997
11550 Newcastle Ave. #2350
Baton Rouge, LA 70816 Ref Number: TX971924

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
RS -'E‘Irown Teased < 1% Chrysoe 100% Other
Non-Fibrous

:Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Herhandez, IJr.

proved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, NJ Piscataway, NJ  CarlePlace,NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609-858-4800 908.9810550 5169977251 2122900052 203-233-9007 3136686810 4155705401 404-333-6066 910-207-1487 7136863635
Ecology & Environment, Inc. Wednesday, May 28, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 708146 Ref Number: TX972001
. POLARIZED LIGHT MICROSCOPY (PLM)
| S e
Project: WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS470G01T Brown  |Teased \ 2% Chrysotile 98% Other
Fibrous ; I < 1% Crocidolite
Homogeneous \ [
WBS470G02 Brown Teased . 2% Chrysotile 98% Other
Fibrous | < 1% Crocidolite
Homogeneous
e e S ,1 -
\WBS470G03 Brown  |Teased \  2%Chrysotile - 98% Other
Fibrous i < 1% Crocidolite
Homogeneous ‘
'WBS030G01 Brown  |Teased | 2% Chrysotile 98% Other
‘ Fibrous < 1% Crocidolite
Homogeneous ‘
_ ‘ ] _ .
'WBS030G02 - Brownw N iTeased W < 1% Chrysotile - 100% Other
| Non-Fibrous \
'Homogeneous ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Arthuf Hernandez, Jr.
Analyst

Zoe P 4 2%

Abprovéfd
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
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Client: Ecology & Environment, Inc.
Address: 11550 Newcastle Ave. #250 Date/Time Due: 5/28/97 9:00 AM
Baton Rouge, LA 70816
Special Handling Billing Number
Fax: (504) 363 - 4732
TX972001
Project: WESTBANK ASBESTOS }
Appearance o ;Treatment Asbestos Results | Fibrous l Non-Fibrous Bt !
"1 Brown 6. Various I Fibrous [1. Homogeneous ‘1 Teased |l Chrysotile 1. Cellulose 11 Quartz e
2. Grey 7. Black 2. Non-Fibrous 2. Heterogeneaus 2. Crushed 2. Amosite 2. Glass 2. Mica N ,
3 Tan 8. Silver 13. Other i3. Other \3 Dissolved  |3. Arthophyilite 3. Min. Wool 3. Gypsum 2 Sught z-
4 White 9. Blue 4. Layers (¥) 4. Ashed ‘4. Tremolite 4 Synthetic 4. Cal. Carbonate * Speatly
5. Red 0. Orange ! | '5 Actinolite 5. Other 5. Matrix r ¥
| 6. Crocidolite 6. Wollastonite ‘6 Perlite ;:" ;',_“
‘0 NE!:IC Delegid 7 Hair |7. Other : ' Speaity
) o N \ Fibrous Non-Fibrous #
Sample Lopation ) TAppearance lTreatmentl "o ASBESTOS \Type | % | Type | o, LAYErS
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on, TX
Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houst

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 29, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX972002

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS913G06 Brown Teased | 2% Chrysotile | 98% Other
 Fibrous ‘ |
| Homogeneous | !

'WBS466G01 iB?oIn - ‘Teaseﬁdi 2% Chrysotile 98% Other
Fibrous i ‘ ;
 Homogeneous ‘ ! |
.. A o \ ‘ _

'WBS466G02 [ Brown Teased I 2% Chrysotile i 98% Other
Fibrous : ‘ !
Homogeneous i ‘

- | | o )

‘WBS466G6§ Brorwn” 7 ﬁwﬁirTea;eaw - ﬁ} 7 2°/;> Chrysotilé - | - 98% Other
Fibrous ‘ \ 1
Homogeneous ‘
i ? i

WBS465G01 Brown Teased ! None Detected 100% Other
Non-Fibrous | i
Homogeneous |

WBS466G04 |Brown Teased | <1%Chrysotle 100% Other

!Non-Fibrous
rHomogeneous

| . - |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 29, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX972002

" POLARIZED LIGHT MICROSCOPY (PLM) |

| PR

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS473GO01  Brown "V'Teased | < 1% Chrysotile 1 100% Other

 Non-Fibrous 3 i
| Homogeneous ‘

| — . - I S [

' WBS473G02 | Brown Teased | <1%cChrysotile | 100% Other

iNon-Fibrous
Homogeneous

Brown  |Teased ‘ < 1% Chrysotile ! 100% Other

WBS473G03 |

Non-Fibrous \
‘Homogeneous ‘ !

S P - . B . - e s

WBS468G01 { Brown ' 1Téased ! None Detected | 100% Other

! Non-Fibrous \
‘Homogeneous

WBS468G02 | Brown 7 ‘Teased o None Detected | 100% Other

iNon-Fibrous !
\ Homogeneous E
|

N S

'WBS468G03 . Brown Teased o None Detected | ' 100% Other

|
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable sub ples.

Arthur He/nandez,
Analyst

2 ~
Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsibie for the accuracy of results when requested to physically separate and analyze layered samples.




Wouston, TX
Westmont, NJ piscataway,NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC o

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 29, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX972002

' POLARIZED LIGHT MICROSCOPY (PLM)
e

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS468G04 Brown Teased | None Detected | 100% Other
Non-Fibrous i ‘
Homogeneous ‘
; S - .
WBS468G05 "Brow'ﬁ © [Teased | <1%Chrysotile | 100% Other
‘ | Non-Fibrous . < 1% Crocidolite !
\ Homogeneous ; ’
R
WBS468G06 Brown  Teased ‘ " None Detected 100% Other
Non-Fibrous [
.Homogeneous
\WBS468G07 | Brown Teased ‘ <1% Chrysoiiié - ' ' " 100% Other
|
Non-Fibrous i
iHomogeneous
WBS469G01  Brown Teased | 2% Chrysotile 98% Other
Non-Fibrous *
Homogeneous
WBS464G01 | Brown Teased | None Detected 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsampl|

-
Arthur Hé€rmandez, Jr. proved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsibie for the accuracy of results when requested to physically separate and analyze iayered samples.
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609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, May 29, 1997
11550 Newcastie Ave. #250
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 POLARIZED LIGHT MICROSCOPY (PLM)

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

'WBS479G01 Brown  [Teased T 2% Chrysotile I 98% Other
Non-Fibrous ‘ ‘
Homogeneous

WBS479G02 Brown [Teased 777' 4% Chrysotile ; 95% Other
Non-Fibrous ‘ | 1% Crocidolite
Homogeneous \ :
| ] )

\WBS479G03 (Brown h’eased . 2% Chrysotile ) \7 S "~ 98% Other
Non-Fibrous : ‘ < 1% Crocidolite
| Homogeneous ‘ ‘

i N B ] 1

\WBS479G04 Brown 'Teased 7 ‘ 2% Chrysoi@iii‘i - 98% Other
' Non-Fibrous < 1% Crocidolite
i Homogeneous
i . S S L -

'WBS479G05 Brown Teased - WW:N{% VChrysc')tiléii o f 100% Other
| Non-Fibrous < 1% Crocidolite ‘
Homogeneous

WBS479G06 | Brown |Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

R ‘ L L

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 4
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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